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FIG. 7A
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FIG. 13
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FIG. 21
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FIG. 23

light—emitting element2

light-emitting
element 1

emission intensity (arbitrary unit)

300 400 500 600 700 800 800

wavelength (nm)



U.S. Patent Aug. 4, 2015 Sheet 21 of 29 US 9,099,617 B2

FIG. 24
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FIG. 31
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FIG. 32
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FIG. 34
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LIGHT-EMITTING ELEMENT,
LIGHT-EMITTING DEVICE, DISPLAY
DEVICE, ELECTRONIC DEVICE, AND
LIGHTING DEVICE

This application is a continuation of copending application
Ser. No. 13/799,872 filed on Mar. 13, 2013.

TECHNICAL FIELD

The present invention relates to a light-emitting element, a
display device, a light-emitting device, an electronic device,
and a lighting device each of which uses an organic com-
pound as a light-emitting substance.

BACKGROUND ART

Inrecent years, research and development have been exten-
sively conducted on light-emitting elements utilizing elec-
troluminescence (EL). In the basic structure of such a light-
emitting element, a layer containing a light-emitting
substance is interposed between a pair of electrodes. By volt-
age application to this element, light emission from the light-
emitting substance can be obtained.

Such light-emitting elements are self-luminous elements
and have advantages over liquid crystal displays in having
high pixel visibility and eliminating the need for backlights,
for example; thus, such light-emitting elements are thoughtto
be suitable for flat panel display elements. Displays including
such light-emitting elements are also highly advantageous in
that they can be thin and lightweight. Furthermore, very high
speed response is one of the features of such elements.

Since light-emitting layers of such light-emitting elements
can be formed in a film form, they make it possible to provide
planar light emission. Therefore, large-area elements can be
easily formed. This is a feature difficult to obtain with point
light sources typified by incandescent lamps and LEDs or
linear light sources typified by fluorescent lamps. Thus, the
light-emitting elements also have great potential as planar
light sources applicable to lightings and the like.

In the case of an organic EL element in which a layer
containing an organic compound used as a light-emitting
substance is provided between a pair of electrodes, applica-
tion of a voltage between the pair of electrodes causes injec-
tion of electrons from a cathode and holes from an anode into
the layer containing the organic compound having a light-
emitting property and thus a current flows. By recombination
of the injected electrons and holes, the organic compound
having a light-emitting property is put in an excited state to
provide light emission.

It is to be noted that the excited states formed by an organic
compound include a singlet excited state and a triplet excited
state, and luminescence from the singlet excited state (S*) is
referred to as fluorescence, whereas luminescence from the
triplet excited state (T*) is referred to as phosphorescence. In
addition, the statistical generation ratio thereof in the light-
emitting element is considered to be as follows: S*:T*=1:3.

In a compound that emits light from the singlet excited
state (hereinafter, referred to as a fluorescent compound), at
room temperature, generally light emission from the triplet
excited state (phosphorescence) is not observed while only
light emission from the singlet excited state (fluorescence) is
observed. Therefore, the internal quantum efficiency (the
ratio of generated photons to injected carriers) of a light-
emitting element using a fluorescent compound is assumed to
have a theoretical limit of 25% based on the ratio of S* to T*
which is 1:3.
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In contrast, in a compound that emits light from the triplet
excited state (hereinafter, referred to as a phosphorescent
compound), light emission from the triplet excited state
(phosphorescence) is observed. Further, in a phosphorescent
compound, since intersystem crossing (i.e., transfer from a
singlet excited stateto a triplet excited state) easily occurs, the
internal quantum efficiency can be increased to 100% in
theory. That is, higher emission efficiency can be achieved
than using a fluorescent compound. For this reason, light-
emitting elements using phosphorescent compounds are now
under active development in order to obtain highly efficient
light-emitting elements.

A white light-emitting element disclosed in Patent Docu-
ment 1 includes a light-emitting region containing a plurality
of kinds of light-emitting dopants which emit phosphores-
cence.

REFERENCE
Patent Document

[Patent Document 1] Japanese Translation of PCT Interna-
tional Application No. 2004-522276

DISCLOSURE OF INVENTION

Although an internal quantum efficiency of 100% in a
phosphorescent compound is theoretically possible, such
high efficiency can be hardly achieved without optimization
of an element structure or a combination with another mate-
rial. Especially in a light-emitting element which includes a
plurality of kinds of phosphorescent compounds having dif-
ferent bands (different emission colors) as light-emitting
dopants, it is difficult to obtain highly efficient light emission
without not only considering energy transfer but also opti-
mizing the efficiency of the energy transfer. In fact, in Patent
Document 1, even when all the light-emitting dopants of a
light-emitting element are phosphorescent compounds, the
external quantum efficiency is approximately 3% to 4%. It is
thus presumed that even when light extraction efficiency is
taken into account, the internal quantum efficiency is 20% or
lower, which is low for a phosphorescent light-emitting ele-
ment.

Ina multicolor light-emitting element using dopants exhib-
iting different emission colors (e.g., a white light-emitting
element by combination of blue, green, and red), beside
improvement of emission efficiency, it is also necessary to
attain a good balance between light emissions by the dopants
which exhibit different emission colors. It is not easy to keep
a balance between light emissions by the dopants and to
achieve high emission efficiency at the same time.

In view of the above, an object of one embodiment of the
present invention is to provide a light-emitting element which
uses a plurality of kinds of light-emitting dopants and has
high emission efficiency. Another object of one embodiment
of the present invention is to provide a light-emitting device,
a display device, an electronic device, and a lighting device
each having reduced power consumption by using the above
light-emitting element.

It is only necessary that at least one of the above objects be
achieved in the present invention.

In one embodiment of the present invention, attention is
paid to Forster mechanism, which is one of mechanisms of
intermolecular energy transfer, and efficient energy transfer
by Forster mechanism is achieved by employing a combina-
tion of molecules which makes it possible to obtain an overlap
between a crest of an emission spectrum of the molecule
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which donates energy and a crest including a local maximum
on the longest wavelength side of a characteristic curve
obtained by multiplying an absorption spectrum of the mol-
ecule which receives energy by a wavelength raised to the
fourth power. Here, one of the characteristics of the above
energy transfer is that the energy transfer is not general energy
transfer from a host to a dopant but energy transfer from a
dopant to a dopant. The light-emitting element of one
embodiment of the present invention can be obtained by
employing such a combination of dopants between which
energy can be transferred so efficiently and designing an
element structure such that dopant molecules are appropri-
ately separated.

That is, one embodiment of the present invention is a
light-emitting element including, between a pair of elec-
trodes, a first light-emitting layer in which a first phosphores-
cent compound is dispersed in a first host material; a second
light-emitting layer in which a second phosphorescent com-
pound is dispersed in a second host material; and a third
light-emitting layer in which a third phosphorescent com-
pound is dispersed in a third host material. The first phospho-
rescent compound emits blue light. The second phosphores-
cent compound has, within a range of 440 nm to 520 nm, a
local maximum value A on the longest wavelength side of a
function e(A)A*. The second phosphorescent compound emits
light with a wavelength longer than a wavelength of the blue
light emitted from the first phosphorescent compound. The
third phosphorescent compound has, within a range of 520
nm to 600 nm, a local maximum value B on the longest
wavelength side of the function €(A)A*. The third phospho-
rescent compound emits light with a wavelength longer than
the wavelength of the light emitted from the second phospho-
rescent compound. The first to third light-emitting layers are
stacked in this order. Note that e(A\) denotes a molar absorp-
tion coefficient of each of the phosphorescent compounds and
is a function of a wavelength A.

Another embodiment of the present invention is a light-
emitting element including, between a pair of electrodes, a
first light-emitting layer in which a first phosphorescent com-
pound is dispersed in a first host material; a second light-
emitting layer in which a second phosphorescent compound
is dispersed in a second host material; and a third light-
emitting layer in which a third phosphorescent compound is
dispersed in a third host material. The first phosphorescent
compound emits blue light. The second phosphorescent com-
pound has, within a range of 440 nm to 520 nm, a local
maximum value A on the longest wavelength side of a func-
tion e(AMA*. The second phosphorescent compound has a
peak wavelength of phosphorescence within a range of 520
nm to 600 nm. The third phosphorescent compound has,
within a range of 520 nm to 600 nm, a local maximum value
B on the longest wavelength side of the function e(A)A*. The
third phosphorescent compound emits light with a wave-
length longer than the wavelength of the second phosphores-
cent compound. The first to third light-emitting layers are
stacked in this order. Note that e(A\) denotes a molar absorp-
tion coefficient of each of the phosphorescent compounds and
is a function of a wavelength A.

A further embodiment of the present invention is a light-
emitting element having the above structure, in which the
local maximum value B is larger than the local maximum
value A.

A still further embodiment of the present invention is a
light-emitting element having the above structure, in which
the first light-emitting layer has an electron-transport prop-
erty and the second light-emitting layer and the third light-
emitting layer each have a hole-transport property.
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A yet still further embodiment of the present invention is a
light-emitting element having the above structure, in which
the first host material has an electron-transport property and
the second host material and the third host material each have
a hole-transport property.

A yet still further embodiment of the present invention is a
light-emitting element having the above structure, in which
the first light-emitting layer has a hole-transport property and
the second light-emitting layer and the third light-emitting
layer each have an electron-transport property.

A yet still further embodiment of the present invention is a
light-emitting element having the above structure, in which
the first host material has a hole-transport property and the
second host material and the third host material each have an
electron-transport property.

A yet still further embodiment of the present invention is a
light-emitting element having the above structure, in which
the first to third light-emitting layers are stacked in this order,
and are in contact with each other.

A yet still further embodiment of the present invention is a
light-emitting element having the above structure, in which
the second light-emitting layer has a thickness of greater than
or equal to 5 nm and less than or equal to 20 nm, preferably
greater than or equal to 5 nm and less than or equal to 10 nm.

A yet still further embodiment of the present invention is a
light-emitting device, a light-emitting display device, an elec-
tronic device, and a lighting device each including a light-
emitting element having the above structure.

Note that the light-emitting device in this specification
includes, in its category, an image display device using a
light-emitting element. Further, the category of the light-
emitting device in this specification includes a module in
which a light-emitting element is provided with a connector
such as an anisotropic conductive film or a TCP (tape carrier
package); a module in which the top of the TCP is provided
with a printed wiring board; and a module in which an IC
(integrated circuit) is directly mounted on a light-emitting
element by a COG (chip on glass) method. Furthermore, the
category includes light-emitting devices that are used in light-
ing equipment or the like.

One embodiment of the present invention provides a light-
emitting element having high emission efficiency. By using
the light-emitting element, another embodiment of the
present invention provides a light-emitting device, a light-
emitting display device, an electronic device, and a lighting
device each having reduced power consumption.

BRIEF DESCRIPTION OF DRAWINGS

FIGS. 1A to 1C are conceptual diagrams of light-emitting
elements.

FIG. 2 illustrates energy transfer in light-emitting layers.

FIGS. 3A and 3B explain Forster energy transfer from a
blue phosphorescent compound.

FIGS. 4A and 4B explain Forster energy transfer from a
blue phosphorescent compound.

FIG. 5 explains Forster energy transfer from a blue phos-
phorescent compound.

FIGS. 6A and 6B are conceptual diagrams of an active
matrix light-emitting device.

FIGS. 7A and 7B are conceptual diagrams of a passive
matrix light-emitting device.

FIGS. 8A and 8B are conceptual diagrams of structures of
an active matrix light-emitting device.

FIG. 9 is a conceptual diagram of an active matrix light-
emitting device.
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FIGS. 10A and 10B are conceptual diagrams of a lighting
device.

FIGS. 11A, 11B1, 11B2, 11C, and 11D each illustrate an
electronic device.

FIG. 12 illustrates an electronic device.

FIG. 13 illustrates a lighting device.

FIG. 14 illustrates a lighting device and a display device.

FIG. 15 illustrates car-mounted display devices and light-
ing devices.

FIGS. 16A to 16C illustrate an electronic device.

FIG. 17 is a graph showing current density-luminance
characteristics of a light-emitting element 1 and a light-emit-
ting element 2.

FIG. 18 is a graph showing luminance-current efficiency
characteristics of a light-emitting element 1 and a light-emit-
ting element 2.

FIG. 19 is a graph showing voltage-luminance character-
istics of a light-emitting element 1 and a light-emitting ele-
ment 2.

FIG. 20 is a graph showing luminance-chromaticity char-
acteristics of a light-emitting element 1 and a light-emitting
element 2.

FIG. 21 is a graph showing luminance-power efficiency
characteristics of a light-emitting element 1 and a light-emit-
ting element 2.

FIG. 22 is a graph showing luminance-external quantum
efficiency characteristics of a light-emitting element 1 and a
light-emitting element 2.

FIG. 23 shows emission spectra of a light-emitting element
1 and a light-emitting element 2.

FIG. 24 explains Forster energy transfer from a blue phos-
phorescent compound.

FIG. 25 is a graph showing current density-luminance
characteristics of a light-emitting element 3.

FIG. 26 is a graph showing luminance-current efficiency
characteristics of a light-emitting element 3.

FIG. 27 is a graph showing voltage-luminance character-
istics of a light-emitting element 3.

FIG. 28 is a graph showing luminance-chromaticity char-
acteristics of a light-emitting element 3.

FIG. 29 is a graph showing luminance-power efficiency
characteristics of a light-emitting element 3.

FIG. 30 is a graph showing luminance-external quantum
efficiency characteristics of a light-emitting element 3.

FIG. 31 shows an emission spectrum of a light-emitting
element 3.

FIG. 32 is a graph showing current density-luminance
characteristics of a light-emitting element 4.

FIG. 33 is a graph showing luminance-current efficiency
characteristics of a light-emitting element 4.

FIG. 34 is a graph showing voltage-luminance character-
istics of a light-emitting element 4.

FIG. 35 is a graph showing luminance-chromaticity char-
acteristics of a light-emitting element 4.

FIG. 36 is a graph showing luminance-power efficiency
characteristics of a light-emitting element 4.

FIG. 37 is a graph showing luminance-external quantum
efficiency characteristics of a light-emitting element 4.

FIG. 38 shows an emission spectrum of a light-emitting
element 4.

FIG. 39 is a graph showing time-normalized luminance
characteristics of a light-emitting element 4.

BEST MODE FOR CARRYING OUT THE
INVENTION

Hereinafter, embodiments of the present invention will be
described in detail with reference to the drawings. Note that
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the present invention is not limited to the description given
below, and it will be easily understood by those skilled in the
art that various changes and modifications can be made with-
out departing from the spirit and scope of the present inven-
tion. Therefore, the present invention should not be inter-
preted as being limited to the description of the embodiments
given below.

(Embodiment 1)

An operation principle of a light-emitting element of one
embodiment of the present invention will be described. The
point of the present invention is that a first phosphorescent
compound emitting blue light (specifically, a phosphorescent
compound having an emission peak at 440 nm to 520 nm, or
a phosphorescent compound emitting light of a color in a
color gamut in which a CIE chromaticity (x, y) is 0.12x0.25
and 0.05=y=0.5) and second and third phosphorescent com-
pounds emitting light (e.g., green light or red light) with
wavelengths longer than the wavelength of the blue light
emitted from the first phosphorescent compound are used and
all of the first to third phosphorescent compounds are made to
emit light efficiently, whereby a multicolor light-emitting
element with high efficiency is obtained.

As a general method for obtaining a multicolor light-emit-
ting element including a phosphorescent compound, a
method can be given in which a plurality of kinds of phos-
phorescent compounds having different emission colors are
dispersed in some host material in an appropriate ratio. How-
ever, in such a method, the phosphorescent compound which
emits light with the longest wavelength readily emits light, so
that it is extremely difficult to design and control a structure
(especially the concentrations of the phosphorescent com-
pounds in the host material) for obtaining polychromatic
light.

As another technique for obtaining a multicolor light-emit-
ting element, what is called a tandem structure, in which
light-emitting elements having different emission colors are
stacked in series, can be given. For example, a blue light-
emitting element, a green light-emitting element, and a red
light-emitting element are stacked in series and made to emit
light at the same time, whereby polychromatic light (in this
case, white light) can be easily obtained. The element struc-
ture can be relatively easily designed and controlled because
the blue light-emitting element, the green light-emitting ele-
ment, and the red light-emitting element can be indepen-
dently optimized. However, the stacking of three elements
accompanies an increase in the number of layers and makes
the fabrication complicated. In addition, when a problem
occurs in electrical contact at connection portions between
the elements (what is called intermediate layers), an increase
in drive voltage, i.e., power loss might be caused.

In contrast, in the light-emitting element of one embodi-
ment of the present invention, between the pair of electrodes
are provided the first light-emitting layer in which the first
phosphorescent compound emitting blue light is dispersed in
the first host material, the second light-emitting layer in
which the second phosphorescent compound emitting light
with a wavelength longer than that of light emitted from the
first phosphorescent compound is dispersed in the second
host material, and the third light-emitting layer in which the
third phosphorescent compound emitting light with a wave-
length longer than that of light emitted from the second phos-
phorescent compound is dispersed in the third host material.
The first to third light-emitting layers are stacked in this order.
Here, unlike the case of a tandem structure, the first to third
light-emitting layers may be provided in contact with each
other.
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An element structure of the above-described light-emitting
element of one embodiment of the present invention is sche-
matically illustrated in FIGS. 1A to 1C. In FIG. 1C, a first
electrode 101, a second electrode 102, and an EL layer 103
are illustrated. The EL layer 103 includes at least a light-
emitting layer 113 and other layers may be provided as appro-
priate. In the structure illustrated in FIG. 1C, a hole-injection
layer 111, a hole-transport layer 112, an electron-transport
layer 114, and an electron-injection layer 115 are assumed to
be provided. Note that it is assumed that the first electrode 101
functions as an anode and the second electrode 102 functions
as a cathode.

FIGS. 1A and 1B are each an enlarged view of the light-
emitting layer 113 in the light-emitting element. In each of
FIGS. 1A and 1B, a first light-emitting layer 113B, a second
light-emitting layer 113E a third light-emitting layer 113R,
the light-emitting layer 113 which is a combination of the
three layers, a first phosphorescent compound 113Bd, a sec-
ond phosphorescent compound 113Gd, a third phosphores-
cent compound 113Rd, a first host material 113Bh, a second
host material 113Gh, a third host material 113Rh, and a
recombination region 113ex are illustrated. FIG. 1A is a sche-
matic diagram illustrating the case where the first light-emit-
ting layer 113B is provided on the cathode side and FIG. 1B
is a schematic diagram illustrating the case where the first
light-emitting layer 113B is provided on the anode side. In
either case, the phosphorescent compounds (the first to third
phosphorescent compounds) are dispersed in the host mate-
rials so that the phosphorescent compounds are separated
from each other by the host materials. Note that the first to
third host materials may be the same or different from each
other.

In that case, between the phosphorescent compounds,
energy transfer by electron exchange interaction (what is
called Dexter mechanism) is suppressed. In other words, a
phenomenon in which after the first phosphorescent com-
pound 113Bd is excited, the excitation energy is transferred to
the second phosphorescent compound 113Gd or the third
phosphorescent compound 113Rd by Dexter mechanism can
be prevented. Further, a phenomenon in which after the sec-
ond phosphorescent compound 113Gd is excited, the excita-
tion energy is transferred to the third phosphorescent com-
pound 113Rd by Dexter mechanism can also be prevented.
Thus, a phenomenon in which the third phosphorescent com-
pound 113Rd emitting light with the longest wavelength
mainly emits light can be suppressed. Note that the third
phosphorescent compound 113Rd mainly emits light also in
the case where an exciton is directly generated in the third
light-emitting layer 113R; therefore, it is preferable that the
recombination region 113ex of carriers be in the first light-
emitting layer 113B or near the interface between the first
light-emitting layer 113B and the second light-emitting layer
113G (i.e., the first phosphorescent compound 113Bd be
mainly excited).

Note that if energy transfer from the first phosphorescent
compound 113Bd is completely suppressed, in turn, light
emission from the third phosphorescent compound 113Rd
cannot be obtained. Thus, in one embodiment of the present
invention, element design is performed such that excitation
energy of the first phosphorescent compound 113Bd which
emits blue light is partly transferred to the second phospho-
rescent compound 113Gd and excitation energy of the second
phosphorescent compound 113Gd is partly transferred to the
third phosphorescent compound 113Rd. Such energy transfer
between separated molecules becomes possible by utilizing
dipole-dipole interaction (Forster mechanism).
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Here, Forster mechanism is described. The molecule
which donates excitation energy and the molecule which
receives excitation energy are hereinafter referred to as an
energy donor and an energy acceptor, respectively. That is, in
one embodiment of the present invention, both the energy
donor and the energy acceptor are phosphorescent com-
pounds and are separated from each other by the host mate-
rials.

In Forster mechanism, direct intermolecular contact is not
necessary for energy transfer. Through a resonant phenom-
enon of dipolar oscillation between an energy donor and an
energy acceptor, energy transfer occurs. The resonant phe-
nomenon of dipolar oscillation causes the energy donor to
donate energy to the energy acceptor; thus, the energy donor
in an excited state relaxes to a ground state and the energy
acceptor in a ground state is excited. The rate constant k. of
energy transfer by Forster mechanism is expressed by a for-
mula (1).

[Formula 1]

®

_9000c* K>¢In10 fF(v)e(v)d
F = 085 nANTRS vi v

In the formula (1), v denotes a frequency, F(v) denotes a
normalized emission spectrum of an energy donor (a fluores-
cence spectrum in energy transfer from a singlet excited state,
and a phosphorescence spectrum in energy transfer from a
triplet excited state), €(v) denotes a molar absorption coeffi-
cient of an energy acceptor, N denotes Avogadro’s number, n
denotes a refractive index of a medium, R denotes an inter-
molecular distance between the energy donor and the energy
acceptor, T denotes a measured lifetime of an excited state
(fluorescence lifetime or phosphorescence lifetime), ¢
denotes the speed of light, ¢ denotes a luminescence quantum
yield (a fluorescence quantum yield in energy transfer from a
singlet excited state, and a phosphorescence quantum yield in
energy transfer from a triplet excited state), and K* denotes a
coefficient (0 to 4) of orientation of a transition dipole
moment between the energy donor and the energy acceptor.
Note that K*=2/3 in random orientation.

As the formula (1) suggests, the following can be given as
necessary conditions for energy transfer by Forster mecha-
nism (Forster energy transfer): 1. the energy donor and the
energy acceptor are not too far apart from each other (which
relates to the distance R); 2. the energy donor emits light
(which relates to the luminescence quantum yield ¢); and 3.
an emission spectrum of the energy donor overlaps with an
absorption spectrum of the energy acceptor (which relates to
the integral term).

Here, as already described with reference to FIGS. 1A to
1C, the phosphorescent compounds (the first to third phos-
phorescent compounds) are dispersed in the respective host
materials and separated from each other by the host materials;
thus, the distance R is at least one molecule length or longer
(i.e., 1 nm or more). Therefore, the excitation energy gener-
ated in the first phosphorescent compound is not entirely
transferred to the second or third phosphorescent compound
by Férster mechanism. Meanwhile, Férster energy transfer to
the distance R can occur when R is less than or equal to
approximately 10 nm to 20 nm, which means that, for
example, setting the thickness of the second light-emitting
layer 113G to 20nm or less in FIGS. 1A and 1B allows energy
to be partly transferred, so that all of the first phosphorescent
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compound 113Bd, the second phosphorescent compound
113Gd, and the third phosphorescent compound 113Rd can
be made to emit light.

FIG. 2 schematically illustrates Forster energy transfer
between the phosphorescent compounds in the light-emitting
element of one embodiment of the present invention, in which
the first phosphorescent compound 113Bd emitting blue
light, the second phosphorescent compound 113Gd emitting
light (e.g., green light) with a wavelength longer than that of
light emitted from the first phosphorescent compound, and
the third phosphorescent compound 113Rd emitting light
(e.g., red light) with a wavelength longer than that of light
emitted from the second phosphorescent compound 113Gd
are included. In FIG. 2, a structure in which the first light-
emitting layer 113B, the second light-emitting layer 113G,
and the third light-emitting layer 113R are stacked between
an electrode 10 and an electrode 11 is illustrated. Note that
one of the electrode 10 and the electrode 11 functions as an
anode and the other functions as a cathode. As illustrated in
FIG. 2, first, a singlet excited state formed in the first phos-
phorescent compound 113Bd (Sy) is converted into a triplet
excited state (Tj) by intersystem crossing. In other words, an
exciton in the first light-emitting layer 113B is basically
brought into Tj.

Then, the energy of the exciton in the T state, some of
which is converted into blue light emission, can be partly
transferred to the triplet excited state of the second phospho-
rescent compound 113Gd (T ) by Forster mechanism. This
results from the fact that the first phosphorescent compound
113Bd has a light-emitting property (has a high phosphores-
cence quantum Yyield ¢) and that direct absorption, which
corresponds to electron transition from a singlet ground state
to a triplet excited state, is observed in the second phospho-
rescent compound 113Gd (an absorption spectrum of a triplet
excited state exists). When these conditions are fulfilled, trip-
let-triplet Forster energy transfer from Ty to T is possible.
Further, energy transfer from T to a singlet excited state of
the third phosphorescent compound 113Rd (Sy) can occur as
long as the conditions for Forster energy transter are fulfilled,
though the contribution is slight. This energy transfer easily
occurs in the case where the third phosphorescent compound
113Rd is a red light-emitting material, as described later. By
intersystem crossing, Sy is converted into a triplet excited
state of the third phosphorescent compound 113Rd (TR) to
contribute to emission by the third phosphorescent compound
113Rd. Note that since the energy donor in Férster mecha-
nism (here, the first phosphorescent compound 113Bd) needs
to have a light-emitting property, the phosphorescence quan-
tum yield of the first phosphorescent compound 113Bd is
preferably 0.1 or more.

Note that a singlet excited state of the second phosphores-
cent compound 113Gd (S;) has higher energy than the triplet
excited state of the first phosphorescent compound 113Bd
(T3) in many cases and therefore does not contribute to the
above energy transfer so much in many cases. For this reason,
the description is omitted here.

Further, the energy of an exciton in the triplet T ; state in the
second phosphorescent compound 113Gd, some of which is
converted into light emission (e.g., green light emission), can
be partly transferred to the triplet excited state of the third
phosphorescent compound 113Rd (Tj) by Férster mecha-
nism. This results from the fact that the second phosphores-
cent compound 113Gd has a light-emitting property (has a
high phosphorescence quantum yield ¢) and that direct
absorption, which corresponds to electron transition from a
singlet ground state to a triplet excited state, is observed in the
third phosphorescent compound 113Rd (an absorption spec-
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trum of a triplet excited state exists). When these conditions
are fulfilled, triplet-triplet Forster energy transfer from T ; to
Ty is possible. Note that since the energy donor in Forster
mechanism (here, the second phosphorescent compound
113Gd) needs to have a light-emitting property, the phospho-
rescence quantum yield of the second phosphorescent com-
pound 113Gd is preferably 0.1 or more.

The Tx which results from such energy transfer is con-
verted into light emission by the third phosphorescent com-
pound 113Rd (e.g., red light emission). In this manner, light
emission can be obtained from each of the first to third phos-
phorescent compounds.

Note that to make the above Forster energy transfer effi-
ciently occur between the phosphorescent compounds serv-
ing as the dopants, not to the host materials, it is preferable
that absorption spectra of the first to third host materials be
not in the blue wavelength range. Specifically, an absorption
edge of the absorption spectrum is preferably at 440 nm or
less. In this manner, energy is transferred directly between
dopants without being transferred through the host material
(specifically, the second or third host material), so that for-
mation of an extra path of energy transfer is suppressed and
high emission efficiency can be achieved.

Further, the first host material preferably has a triplet exci-
tation energy higher than that of the first phosphorescent
compound so as not to quench the first phosphorescent com-
pound which emits blue light.

As described above, a basic concept of one embodiment of
the present invention is an element structure in which the first
phosphorescent compound emitting light with the shortest
wavelength is mainly excited in a state where the first to third
phosphorescent compounds are separated from each other
with the use of the host materials and the stacked-layer struc-
ture. Since energy is partly transferred by Forster mechanism
to a certain distance (20 nm or less) in such an element
structure, excitation energy of the first phosphorescent com-
pound which emits blue light is partly transferred to the
second phosphorescent compound, and further, excitation
energy of the second phosphorescent compound is partly
transferred to the third phosphorescent compound. As a
result, light emission from each of the first to third phospho-
rescent compounds can be obtained.

Here, what is more important in one embodiment of the
present invention is that the materials and the element struc-
ture are determined in consideration of the above energy
transfer.

To make Forster energy transfer occur, the energy donor
needs to have a high luminescence quantum yield ¢. In terms
of'the luminescence quantum yield, there is no problem in one
embodiment of the present invention since a phosphorescent
compound (specifically, a light-emitting compound with a
phosphorescence quantum yield of 0.1 or more) is used. An
important point is that the integral term of the formula (1) is
made large, i.e., an emission spectrum F(v) of the energy
donor is made to properly overlap with the molar absorption
coefficient e(v) of the energy acceptor.

In general, it is thought that the emission spectrum F(v) of
the energy donor simply needs to overlap with a wavelength
range in which the molar absorption coefficient €(v) of the
energy acceptor is large (i.e., the product of F(v) and e(v)
simply needs to be large). However, this does not necessarily
apply to Forster mechanism because the integral term in the
formula (1) is inversely proportional to the frequency v raised
to the fourth power to have wavelength dependence.

For easier understanding, here, the formula (1) is trans-
formed. Since v=c/h where A denotes a wavelength of light,
the formula (1) can be transformed into a formula (2).
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[Formula 2]

9000K2¢In10 )

F = 1085 NTRE

f FDeA*dA

In other words, it can be found that the longer the wave-
length A is, the larger the integral term is. In simpler terms, it
is indicated that energy transfer occurs more easily on a
longer wavelength side. That is, this is not so simple that F(A)
needs to overlap with the wavelength range in which the
molar absorption coefficient e(.) is large. It is necessary that
F()) overlap with a range in which e(A\)A* is large.

Thus, in the light-emitting element of one embodiment of
the present invention, in order to increase efficiency of energy
transfer from the first phosphorescent compound 113Bd
which emits blue light (specifically, a phosphorescent com-
pound having an emission peak at 440 nm to 520 nm), a
phosphorescent compound which has, within a range of 440
nm to 520 nm, a local maximum value A on the longest
wavelength side of the function e(\)A*, and which emits light
with a wavelength longer than that of light emitted from the
first phosphorescent compound 113Bd (specifically, a phos-
phorescent compound having an emission peak at 520 nm to
600 nm) is used as the second phosphorescent compound
113Gd. Further, in order to increase efficiency of energy
transfer from the second phosphorescent compound 113Gd, a
phosphorescent compound which has, within a range of 520
nm to 600 nm, a local maximum value B on the longest
wavelength side of the function e(\)A*, and which emits light
with a wavelength longer than that of light emitted from the
second phosphorescent compound 113Gd is used as the third
phosphorescent compound 113Rd. Note that the use of the
phosphorescent compounds emitting light in the above man-
ner allows lightings to provide light having a high color
rendering property, and displays to efficiently emit light hav-
ing a high chromaticity.

For better understanding of such structures of phosphores-
cent compounds (especially the local maximum values A and
B), explanation is made below referring to specific examples.
Here, as an example, a case is described where a compound
(1) shown below (tris{2-[5-(2-methylphenyl)-4-(2,6-dimeth-
ylphenyl)-4H-1,2,4-triazol-3-yl-kN2]phenyl-kC}iridium
(IIT) (abbreviation: Ir(mpptz-dmp),)) is used as the first phos-
phorescent compound 113Bd which emits blue light; a
compound (2) shown below ((acetylacetonato)bis(6-tert-bu-
tyl-4-phenylpyrimidinato)iridium(III) (abbreviation:
Ir(tBuppm),(acac))) is used as the second phosphorescent
compound 113Gd which emits light (green light) with a
wavelength longer than that of light emitted from the first
phosphorescent compound 113Bd; and a compound (3)
shown below (bis(2,3,5-triphenylpyrazinato)(dipivaloyl-
methanato)iridium(IIl) (abbreviation: Ir(tppr),(dpm))) is
used as the third phosphorescent compound 113Rd which
emits light (red light) with a wavelength longer than that of
light emitted from the second phosphorescent compound
113Gd.
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[Chemical formula 1]

compound (1)

H;C

H;C

compound (2)

compound (3)

H,C  CH,
CH;
CH;

HC CH;

FIG. 3A shows a molar absorption coefficient e(A) and
e(M\?* of the compound (2) that is the second phosphorescent
compound. The molar absorption coefficient e(A) gets
smaller on a longer wavelength side, but e(A)A* has the local
maximum value A at around 490 nm (which corresponds to
the triplet MLLCT absorption band of the compound (2)). As
can be seen from this example, affected by the term A*, e (MA?
of the second phosphorescent compound has the local maxi-
mum value A in the absorption band (triplet ML.CT absorp-
tion band) located on the longest wavelength side.

FIG. 3B shows a photoluminescence (PL) spectrum F(A) of
the compound (1) and e(A)A* of the compound (2). The com-
pound (1) is the first phosphorescent compound and emits
blue light with emission peaks at around 475 nm and 505 nm.
Around the local maximum value A of e(A)A* of the second
phosphorescent compound, the PL spectrum F(A) of the first
phosphorescent compound largely overlaps with e(\)A?, and
energy transfer from the first phosphorescent compound to
the second phosphorescent compound occurs by Forster
mechanism. Note that in this case, since the local maximum
value A corresponds to the triplet MLCT absorption band, the
energy transfer is the triplet-triplet Forster energy transfer
(Tz-T energy transfer in FIG. 2).
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FIG. 4A shows a molar absorption coefficient e(A) and
e(M\?* of the compound (3) that is the third phosphorescent
compound. The molar absorption coefficient e() gets
smaller on a longer wavelength side, but e(A)A* has the local
maximum value B at around 550 nm (which corresponds to
the triplet MLLCT absorption band of the compound (3)). As
can be seen from this example, affected by the term A*, e (M)A?
of the third phosphorescent compound has the local maxi-
mum value B in the absorption band (triplet ML.CT absorp-
tion band) located on the longest wavelength side.

FIG. 4B shows a photoluminescence (PL) spectrum F()) of
the compound (2) and e(A)A* of the compound (3). The com-
pound (2) is the second phosphorescent compound and emits
green light with an emission peak at around 545 nm. Around
the local maximum value B of e(AM)A* of the third phospho-
rescent compound, the PL spectrum F(A) of the second phos-
phorescent compound largely overlaps with e(M)A*, and
energy transtfer from the second phosphorescent compound to
the third phosphorescent compound occurs by Forster mecha-
nism. Note that in this case, since the local maximum value B
corresponds to the triplet MLCT absorption band, the energy
transfer is the triplet-triplet Forster energy transfer (T5-Tx
energy transfer in FIG. 2).

Note that from the above, it is preferable that absorption
spectra of the second and third phosphorescent compounds
show, on the longest wavelength side, direct absorption which
corresponds to electron transition from a singlet ground state
to a triplet excited state (e.g., triplet MLLCT absorption). Such
a structure leads to high efficiency of triplet-triplet energy
transfer shown in FIG. 2.

Here, FI1G. 5 shows a PL spectrum of the compound (3) that
is the third phosphorescent compound together with a com-
bination of FIG. 3B and FIG. 4B. It can be found that energy
can be transferred stepwise first from the compound (1) to the
compound (2) by utilizing the overlap between the PL spec-
trum of the compound (1) and e(AM)A* of the compound (2)
(around the local maximum value A), and then from the
compound (2) to the compound (3) by utilizing the overlap
between the PL spectrum of the compound (2) and e(M)A* of
the compound (3) (around the local maximum value B). Note
that direct energy transfer from the compound (1) that is the
first phosphorescent compound to the compound (3) that is
the third phosphorescent compound is also possible. The
reason for this is that, as can be seen from FIG. 5, the PL
spectrum F()) of the compound (1) and e(A)A* of the com-
pound (3) overlap with each other on a shorter wavelength
side than the triplet MLCT absorption band (around the local
maximum value B) of the compound (3), and existence of
triplet-singlet Forster energy transfer (T5-S; energy transfer
in FIG. 2) is suggested.

An important finding in FIGS. 3A and 3B, FIGS. 4A and
4B, and FIG. 5 is that owing to the influence of A%, the third
phosphorescent compound more ecasily receives energy
(more easily becomes an energy acceptor) than the second
phosphorescent compound. The second phosphorescent
compound and the third phosphorescent compound have sub-
stantially the same molar absorption coefficient €(A) of the
triplet MLCT absorption band on the longest wavelength
side, which is approximately 5000 [M~* cm']. Nevertheless,
as can be seen from FIG. 5, when the local maximum value A
and the local maximum value B of e(A\)A* are compared to
each other, the local maximum value B is about 1.6 times as
large as the local maximum value A. This is due to the influ-
ence of the term A%, and it is indicated that e(A)A* tends to be
large in a compound which has an absorption band on a longer
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wavelength side. Thus, it is shown that the third phosphores-
cent compound receives energy more easily than the second
phosphorescent compound.

In view of the above, attention is focused on an element
structure (which is as illustrated in FIGS. 1A to 1C) in which
the first to third light-emitting layers are stacked in this order
and the recombination region of carriers is in the first light-
emitting layer or in the vicinity of the interface between the
first light-emitting layer and the second light-emitting layer
(that is, the first phosphorescent compound is mainly
excited). With such an element structure, the third light-emit-
ting layer containing the third phosphorescent compound is
further apart from the recombination region of carriers than
the second light-emitting layer containing the second phos-
phorescent compound is. In this manner, the third phospho-
rescent compound, which easily receives energy, is posi-
tioned far apart from the recombination region, and the
second phosphorescent compound, which does not relatively
easily receive energy, is positioned near the recombination
region, whereby light emissions by the first to third phospho-
rescent compounds can be achieved in a good balance. As a
result, a light-emitting element with high emission efficiency
and a good balance of spectra can be obtained.

Note that to obtain the above-described recombination
region, the first light-emitting layer preferably has an elec-
tron-transport property and the second light-emitting layer
and the third light-emitting layer preferably have hole-trans-
port properties (FIG. 1A). Specifically, a material having an
electron-transport property can be used as the first host mate-
rial and a material having a hole-transport property can be
used as the second host material and the third host material,
for example.

Note that in another embodiment for obtaining the above-
described recombination region, the first light-emitting layer
preferably has a hole-transport property and the second light-
emitting layer and the third light-emitting layer preferably
have electron-transport properties (FIG. 1B). Specifically, a
material having a hole-transport property can be used as the
first host material and a material having an electron-transport
property can be used as the second host material and the third
host material, for example.

In addition, in order to make both the second light-emitting
layer and the third light-emitting layer provide light emission,
the thickness of the second light-emitting layer is preferably
set to be greater than or equal to 5 nm and less than or equal
to 20 nm in consideration of the distance R of Forster energy
transfer. More preferably, the thickness is set to be greater
than or equal to 5 nm and less than or equal to 10 nm.
(Embodiment 2)

In this embodiment, a detailed example of the structure of
the light-emitting element described in Embodiment 1 will be
described below with reference to FIGS. 1A to 1C.

A light-emitting element in this embodiment includes,
between a pair of electrodes, an EL layer including a plurality
of layers. In this embodiment, the light-emitting element
includes the first electrode 101, the second electrode 102, and
the EL layer 103, which is provided between the first elec-
trode 101 and the second electrode 102. Note that in this
embodiment, description is made on the assumption that the
first electrode 101 functions as an anode and that the second
electrode 102 functions as a cathode. In other words, when a
voltage is applied between the first electrode 101 and the
second electrode 102 so that the potential of the first electrode
101 is higher than that of the second electrode 102, light
emission can be obtained.

Since the first electrode 101 functions as the anode, the first
electrode 101 is preferably formed using any of metals,
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alloys, electrically conductive compounds with a high work
function (specifically, a work function of 4.0 eV or more),
mixtures thereof, and the like. Specifically, for example,
indium oxide-tin oxide (ITO: indium tin oxide), indium
oxide-tin oxide containing silicon or silicon oxide, indium
oxide-zinc oxide, indium oxide containing tungsten oxide
and zinc oxide (IWZO), and the like can be given. Films of
these electrically conductive metal oxides are usually formed
by a sputtering method but may be formed by application of
a sol-gel method or the like. In an example of the formation
method, indium oxide-zinc oxide is deposited by a sputtering
method using a target obtained by adding 1 wt % to 20 wt %
of zinc oxide to indium oxide. Further, a film of indium oxide
containing tungsten oxide and zinc oxide (IWZO) can be
formed by a sputtering method using a target in which tung-
sten oxide and zinc oxide are added to indium oxide at 0.5 wt
% to 5 wt % and 0.1 wt % to 1 wt %, respectively. Besides,
gold (Au), platinum (Pt), nickel (Ni), tungsten (W), chro-
mium (Cr), molybdenum (Mo), iron (Fe), cobalt (Co), copper
(Cuw), palladium (Pd), nitrides of metal materials (e.g., tita-
nium nitride), and the like can be given. Graphene can also be
used. Note that when a composite material described later is
used for a layer which is in contact with the first electrode 101
in the EL layer 103, an electrode material can be selected
regardless of its work function.

There is no particular limitation on the stacked-layer struc-
ture of the EL layer 103 as long as the EL layer includes the
light-emitting layer 113 which has a structure similar to that
described in Embodiment 1. For example, the EL layer 103
can be formed by combining a hole-injection layer, a hole-
transport layer, the light-emitting layer, an electron-transport
layer, an electron-injection layer, a carrier-blocking layer, an
intermediate layer, and the like as appropriate. In this embodi-
ment, the EL. layer 103 has a structure in which the hole-
injection layer 111, the hole-transport layer 112, the light-
emitting layer 113, the electron-transport layer 114, and the
electron-injection layer 115 are stacked in this order over the
first electrode 101. Materials included in the layers are spe-
cifically given below.

The hole-injection layer 111 is a layer containing a sub-
stance having a high hole-injection property. Molybdenum
oxide, vanadium oxide, ruthenium oxide, tungsten oxide,
manganese oxide, or the like can be used. Alternatively, the
hole-injection layer 111 can be formed using a phthalocya-
nine-based compound such as phthalocyanine (abbreviation:
H,Pc) or copper phthalocyanine (abbreviation: CuPc), an
aromatic amine compound such as 4,4'-bis|N-(4-dipheny-
laminophenyl)-N-phenylamino |biphenyl (abbreviation:
DPAB) or N,N'-bis{4-[bis(3-methylphenyl)amino]|phenyl} -
N,N'-diphenyl-(1,1'-biphenyl)-4,4'-diamine  (abbreviation:
DNTPD), a high molecular compound such as poly(ethylene-
dioxythiophene)/poly(styrenesulfonic acid) (PEDOT/PSS),
or the like.

Alternatively, a composite material in which a substance
having a hole-transport property contains a substance having
an acceptor property can be used for the hole-injection layer
111. Note that the use of such a substance having a hole-
transport property which contains a substance having an
acceptor property enables selection of a material used to form
an electrode regardless of its work function. In other words,
besides a material having a high work function, a material
having a low work function can also be used for the first
electrode 101. As the substance having an acceptor property,
7,7,8,8-tetracyano-2,3,5,6-tetrafluoroquinodimethane ~ (ab-
breviation: F,-TCNQ), chloranil, and the like can be given. In
addition, transition metal oxides can be given. Oxides of the
metals that belong to Group 4 to Group 8 of the periodic table
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can be given. Specifically, vanadium oxide, niobium oxide,
tantalum oxide, chromium oxide, molybdenum oxide, tung-
sten oxide, manganese oxide, and rhenium oxide are prefer-
able in that their electron-accepting property is high. Among
these, molybdenum oxide is especially preferable in that it is
stable in the air, has a low hygroscopic property, and is easily
treated.

As the substance having a hole-transport property used for
the composite material, any of a variety of organic com-
pounds such as aromatic amine compounds, carbazole
derivatives, aromatic hydrocarbons, and high molecular com-
pounds (e.g., oligomers, dendrimers, or polymers) can be
used. Note that the organic compound used for the composite
material is preferably an organic compound having a high
hole-transport property. Specifically, a substance having a
hole mobility of 107° ¢cm?/Vs or more is preferably used.
Organic compounds that can be used as the substance having
a hole-transport property in the composite material are spe-
cifically given below.

Examples of the aromatic amine compounds are N,N'-di
(p-tolyl)-N,N'-diphenyl-p-phenylenediamine (abbreviation:
DTDPPA), 4.,4'-bis|[N-(4-diphenylaminophenyl)-N-pheny-
lamino]biphenyl (abbreviation: DPAB), N,N'-bis{4-[bis(3-
methylphenyl)amino]phenyl }-N,N'-diphenyl-(1,1'-biphe-
nyl)-4,4'-diamine (abbreviation: DNTPD), 1,3,5-tris[N-(4-
diphenylaminophenyl)-N-phenylamino]benzene
(abbreviation: DPA3B), and the like.

Specific examples of the carbazole derivatives that can be
used for the composite material are 3-[N-(9-phenylcarbazol-
3-y])-N-phenylamino]-9-phenylcarbazole (abbreviation:
PCzPCA1l),  3,6-bis|[N-(9-phenylcarbazol-3-yl)-N-pheny-
lamino]-9-phenylcarbazole (abbreviation: PCzZPCA2), 3-[N-
(1-naphthyl)-N-(9-phenylcarbazol-3-yl)amino]-9-phenyl-
carbazole (abbreviation: PCZPCN1), and the like.

Other examples of the carbazole derivatives that can be
used for the composite material are 4,4'-di(N-carbazolyl)bi-
phenyl (abbreviation: CBP), 1,3,5-tris[4-(N-carbazolyl)phe-
nyl]benzene (abbreviation: TCPB), 9-[4-(10-phenyl-9-an-
thryl)phenyl]-9H-carbazole (abbreviation: CzPA), 1,4-bis[4-
(N-carbazolyl)phenyl]-2,3,5,6-tetraphenylbenzene, and the
like.

Examples of the aromatic hydrocarbons that can be used
for the composite material are 2-tert-butyl-9,10-di(2-naph-
thyl)anthracene (abbreviation: t-BuDNA), 2-tert-butyl-9,10-
di(1-naphthyl)anthracene, 9,10-bis(3,5-diphenylphenyl)an-
thracene (abbreviation: DPPA), 2-tert-butyl-9,10-bis(4-
phenylphenyl)anthracene (abbreviation: t-BuDBA), 9,10-di
(2-naphthyl)anthracene  (abbreviation: DNA), 9,10-
diphenylanthracene  (abbreviation: = DPAnth), 2-tert-
butylanthracene (abbreviation: t-BuAnth), 9,10-bis(4-
methyl-1-naphthyl)anthracene  (abbreviation: DMNA),
2-tert-butyl-9,10-bis[2-(1-naphthyl)phenyl]anthracene,
9,10-bis[2-(1-naphthyl)phenyl]anthracene, 2.,3,6,7-tetram-
ethyl-9,10-di(1-naphthyl)anthracene, 2,3,6,7-tetramethyl-9,
10-di(2-naphthyl)anthracene, 9,9'-bianthryl, 10,10'-diphe-
nyl-9,9'-bianthryl, 10,10'-bis(2-phenylphenyl)-9,9'-
bianthryl,  10,10'-bis[(2,3,4,5,6-pentapheny])phenyl]-9,9'-
bianthryl, anthracene, tetracene, rubrene, perylene, 2,5,8,11-
tetra(tert-butyl)perylene, and the like. Besides, pentacene,
coronene, or the like can also be used. The aromatic hydro-
carbon which has a hole mobility higher than or equal to
1x107% cm?*/Vs and which has 14 to 42 carbon atoms is
particularly preferable.

Note that the aromatic hydrocarbons that can be used for
the composite material may have a vinyl skeleton. Examples
of'the aromatic hydrocarbon having a vinyl group are 4,4'-bis
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(2,2-diphenylvinyl)biphenyl (abbreviation: DPVBIi), 9,10-
bis[4-(2,2-diphenylvinyl)phenyl|anthracene (abbreviation:
DPVPA), and the like.

A high molecular compound such as poly(N-vinylcarba-
zole) (abbreviation: PVK), poly(4-vinyltriphenylamine) (ab-
breviation: PVTPA), poly[N-(4-{N'-[4-(4-diphenylamino)
phenyl]phenyl-N'-phenylamino }phenyl)methacrylamide]
(abbreviation: PTPDMA), or poly[N,N'-bis(4-butylphenyl)-
N,N'-bis(phenyl)benzidine] (abbreviation: poly-TPD) can
also be used.

By providing a hole-injection layer, a high hole-transport
property can be achieved to allow a light-emitting element to
have a small drive voltage.

The hole-transport layer 112 is a layer that contains a
substance having a hole-transport property. Examples of the
substance having a hole-transport property are aromatic
amine compounds such as 4,4'-bis[ N-(1-naphthyl)-N-pheny-
lamino|biphenyl (abbreviation: NPB), N,N'-bis(3-meth-
ylphenyl)-N,N'-diphenyl-[1,1'-biphenyl]-4,4'-diamine  (ab-
breviation: TPD), 4,4' 4"-tris(N,N-diphenylamino)
triphenylamine (abbreviation: TDATA), 4,4'.4"-tris[N-(3-
methylphenyl)-N-phenylamino]triphenylamine
(abbreviation: MTDATA), 4,4'-bis|N-(spiro-9,9'-bifluoren-
2-y1)-N-phenylamino|biphenyl  (abbreviation: = BSPB),
4-phenyl-4'-(9-phenylfluoren-9-ytriphenylamine  (abbre-
viation: BPAFLP), and the like. The substances mentioned
here have high hole-transport properties and are mainly ones
that have a hole mobility of 10~ cm*/V's or more. An organic
compound given as an example of the substance having a
hole-transport property in the composite material described
above can also be used for the hole-transport layer 112. A high
molecular compound such as poly(N-vinylcarbazole) (abbre-
viation: PVK) or poly(4-vinyltriphenylamine) (abbreviation:
PVTPA) can also be used. Note that the layer that contains a
substance having a hole-transport property is not limited to a
single layer, and may be a stack of two or more layers includ-
ing any of the above substances.

The light-emitting layer 113 is a layer containing a light-
emitting substance. Since the light-emitting layer 113 has a
structure similar to that described in Embodiment 1, the light-
emitting element in this embodiment can have an extremely
high emission efficiency. Embodiment 1 is to be referred to
for the structure and the materials of the light-emitting layer
113.

There is no particular limitation on a material that can be
used as the light-emitting substance or an emission center
substance in the light-emitting layer 113. The following can
be given as examples of the above light-emitting substance or
emission center substance.

A compound which emits blue light is preferably used as
the first phosphorescent compound, and for example, a phos-
phorescent compound having an emission peak at 440 nm to
520 nm can be selected. The following are the specific
examples: an organometallic iridium complex having a
4H-triazole skeleton such as tris{2-[5-(2-methylphenyl)-4-
(2,6-dimethylphenyl)-4H-1,2 4-triazol-3-yl-kN2|phenyl-
kC}ridium(III) (abbreviation: Ir(mpptz-dmp),), tris(5-me-
thyl-3,4-diphenyl-4H-1,2 4-triazolato)iridium(III)
(abbreviation: Ir(Mptz),), or tris[4-(3-biphenyl)-5-isopropyl-
3-phenyl-4H-1,2 4-triazolatoJiridium(III) (abbreviation:
Ir(iPrptz-3b),); an organometallic iridium complex having a
1H-triazole skeleton such as tris[3-methyl-1-(2-methylphe-
nyl)-5-phenyl-1H-1,2 4-triazolatoJiridium(II) ~ (abbrevia-
tion: Ir(Mptzl-mp);), or tris(1-methyl-5-phenyl-3-propyl-
1H-1,2,4-triazolato)iridium(IIl) (abbreviation: Ir(Prptzl-
Me);); an organometallic iridium complex having an
imidazole skeleton such as fac-tris[1-(2,6-diisopropylphe-
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nyl)-2-phenyl-1H-imidazole]iridium(I1I) (abbreviation:
Ir(iPrpmi);) or tris[3-(2,6-dimethylphenyl)-7-methylimi-
dazo[1,2-f]phenanthridinato Jiridium(III) (abbreviation:
Ir(dmpimpt-Me),); and an organometallic iridium complex
in which a phenylpyridine derivative having an electron-with-
drawing group is a ligand, such as bis[2-(4',6'-difluorophe-
nyl)pyridinato-N,C?iridium(II) tetrakis(1 -pyrazolyl)borate
(abbreviation: FIr6), bis[2-(4',6'-difluorophenyl)pyridinato-
N,C?7iridium(IIT) picolinate (abbreviation: Flrpic), bis{2-
[3',5'-bis(trifluoromethyl)phenyl]pyridinato-N,C> }iridium
(II1) picolinate (abbreviation: Ir(CF,ppy),(pic)), or bis[2-(4',
6'-difluorophenyl)pyridinato-N,C* Jiridium(I1I)
acetylacetonate (abbreviation: Flr(acac)). Among the above
compounds, an organometallic iridium complex having a
polyazole skeleton such as a 4H-triazole skeleton, a 1H-tria-
zole skeleton, or an imidazole skeleton has a high hole-trap-
ping property. Therefore, in the case where the first light-
emitting layer in the light-emitting element of one
embodiment of the present invention has an electron-trans-
port property (specifically when the first host material is an
electron-transport material), an organometallic iridium com-
plex having a polyazole skeleton is preferably used as the first
phosphorescent compound, in which case a recombination
region of carriers can be controlled to be in the first light-
emitting layer or in the vicinity of the interface between the
first light-emitting layer and the second light-emitting layer.
Note that an organometallic iridium complex having a
4H-triazole skeleton has excellent reliability and emission
efficiency and thus is especially preferable.

As the second phosphorescent compound, any compound
can be selected as long as the compound emits light with a
wavelength longer than that of light emitted from the first
phosphorescent compound. It is preferable to select a phos-
phorescent compound having an emission peak at 520 nm to
600 nm, for example. The following are the specific
examples: an organometallic iridium complex having a pyri-
midine skeleton such as tris(4-methyl-6-phenylpyrimidinato)
iridium(II) (abbreviation: Ir(mppm);), tris(4-t-butyl-6-phe-
nylpyrimidinato)iridium(IIl) (abbreviation: Ir(tBuppm),),
(acetylacetonato)bis(6-methyl-4-phenylpyrimidinato)iri-
dium(III) (abbreviation: Ir(mppm),(acac)), (acetylacetonato)
bis(6-tert-butyl-4-phenylpyrimidinato)iridium(III)  (abbre-
viation:  Ir(tBuppm),(acac)), (acetylacetonato)bis[6-(2-
norbornyl)-4-phenylpyrimidinato]iridium(III) (abbreviation:
Ir(nbppm),(acac)), bis{2-[5-methyl-6-(2-methylphenyl)-4-
pyrimidinyl-kN3]|phenyl-kC}(2,4-pentanedionato-k>0,0")
iridium(III) (abbreviation: Ir(mpmppm),(acac)), or (acety-
lacetonato)bis(4,6-diphenylpyrimidinato)iridium(I1T)
(abbreviation: Ir(dppm),(acac)); an organometallic iridium
complex having a pyrazine skeleton such as (acetylacetonato)
bis(3,5-dimethyl-2-phenylpyrazinato)iridium(III) (abbrevia-
tion: Ir(mppr-Me),(acac)) or (acetylacetonato)bis(S-isopro-
pyl-3-methyl-2-phenylpyrazinato)iridium(III) (abbreviation:
Ir(mppr-iPr),(acac)); an organometallic iridium complex
having a pyridine skeleton such as tris(2-phenylpyridinato-
N,C?)iridium(IIT) (abbreviation: Ir(ppy),), bis(2-phenylpy-
ridinato-N,C?)iridium(III) acetylacetonate (abbreviation:
Ir(ppy),acac), bis(benzo[h]quinolinato)iridium(IIl) acety-
lacetonate (abbreviation: Ir(bzq),(acac)), tris(benzo[h]
quinolinato)iridium(II) (abbreviation: Ir(bzq);), tris(2-phe-
nylquinolinato-N,C)iridium(IIT) (abbreviation: Ir(pq),), or
bis(2-phenylquinolinato-N,C?)iridium(III) acetylacetonate
(abbreviation: Ir(pq),(acac)); and a rare earth metal complex
such as tris(acetylacetonato)(monophenanthroline)terbium
(IIT) (abbreviation: Th(acac);(Phen)). Among the above com-
pounds, an organometallic iridium complex having a diazine
skeleton such as a pyrimidine skeleton or a pyrazine skeleton
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has a low hole-trapping property and a high electron-trapping
property. Therefore, in the case where the second light-emit-
ting layer in the light-emitting element of one embodiment of
the present invention has a hole-transport property (specifi-
cally when the second host material is a hole-transport mate-
rial), an organometallic iridium complex having a diazine
skeleton is preferably used as the second phosphorescent
compound, in which case a recombination region of carriers
can be controlled to be in the first light-emitting layer orin the
vicinity of the interface between the first light-emitting layer
and the second light-emitting layer. Note that an organome-
tallic iridium complex having a pyrimidine skeleton has dis-
tinctively high reliability and emission efficiency and thus is
especially preferable.

As the third phosphorescent compound, any compound can
be selected as long as the compound emits light with a wave-
length longer than that of light emitted from the second phos-
phorescent compound. It is preferable to select a phosphores-
cent compound which emits red light having an emission
peak at 600 nm to 700 nm, for example. The following are the
specific examples: an organometallic iridium complex having
a pyrimidine skeleton such as bis[4,6-bis(3-methylphenyl)
pyrimidinato](diisobutylylmethano)iridium(III) (abbrevia-
tion: Ir(Smdppm),(dibm)), bis[4,6-bis(3-methylphenyl)pyri-
midinato](dipivaloylmethanato)iridium(III) (abbreviation:
Ir(Smdppm),(dpm)), or bis[4,6-di(naphthalen-1-yl)pyrim-
idinato](dipivaloylmethanato)iridium(III) (abbreviation:
Ir(d1npm),(dpm)); an organometallic iridium complex hav-
ing a pyrazine skeleton such as (acetylacetonato)bis(2,3,5-
triphenylpyrazinato)iridium(IIl)  (abbreviation: Ir(tppr),
(acac)), bis(2,3,5-triphenylpyrazinato)(dipivaloylmethanato)
iridium(IIT) (abbreviation: Ir(tppr),(dpm)), or
(acetylacetonato)bis[2,3-bis(4-fluorophenyl)quinoxalinato]
iridium(III) (abbreviation: Ir(Fdpq),(acac)); an organometal-
lic iridium complex having a pyridine skeleton such as tris(1-
phenylisoquinolinato-N,C)iridium(I1I) (abbreviation:
Ir(piq);) or bis(1-phenylisoquinolinato-N,C*)iridium(III)
acetylacetonate (abbreviation: Ir(piq),acac); aplatinum com-
plex such as 2,3,7.8,12,13,17,18-octaethyl-21H,23H-por-
phyrin platinum(Il) (abbreviation: PtOEP); and a rare earth
metal complex such as tris(1,3-diphenyl-1,3-propanedion-
ato)(monophenanthroline)europium  (III) (abbreviation:
Eu(DBM),(Phen)) or tris[1-(2-thenoyl)-3,3,3-trifluoroaceto-
nato](monophenanthroline)europium(I1I) (abbreviation:
Eu(TTA);(Phen)). Among the above materials, an organome-
tallic iridium complex having a diazine skeleton such as a
pyrimidine skeleton or a pyrazine skeleton has a low hole-
trapping property and a high electron-trapping property.
Therefore, in the case where the third light-emitting layer in
the light-emitting element of one embodiment of the present
invention has a hole-transport property (specifically when the
third host material is a hole-transport material), an organo-
metallic iridium complex having a diazine skeleton is prefer-
ably used as the third phosphorescent compound, in which
case a recombination region of carriers can be controlled to be
in the first light-emitting layer or in the vicinity of the inter-
face between the first light-emitting layer and the second
light-emitting layer. Note that an organometallic iridium
complex having a pyrimidine skeleton has distinctively high
reliability and emission efficiency and thus is especially pref-
erable. Further, because an organometallic iridium complex
having a pyrazine skeleton can provide red light emission
with favorable chromaticity, the use of the organometallic
iridium complex in a white light-emitting element of one
embodiment of the present invention improves a color ren-
dering property of the white light-emitting element.
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It is also possible to select a first phosphorescent material,
a second phosphorescent material, and a third phosphores-
cent material which have the relation described in Embodi-
ment 1, from known phosphorescent materials in addition to
the above phosphorescent compounds.

There is no particular limitation on the materials which can
be used as the first to third host materials; a variety of carrier
transporting materials may be selected and appropriately
combined such that the element structure illustrated in FIGS.
1A to 1C is obtained. At this time, as described above, a host
material having an electron-transport property and a host
material having a hole-transport property are preferably com-
bined.

The following are examples of the host material having an
electron-transport property: a metal complex such as bis(10-
hydroxybenzo[h|quinolinato)beryllium(II)  (abbreviation:
BeBq,), bis(2-methyl-8-quinolinolato)(4-phenylphenolato)
aluminum(IIl) (abbreviation: BAlq), bis(8-quinolinolato)
zinc(Il) (abbreviation: Znq), bis[2-(2-benzoxazolyl)pheno-
lato]zinc(II)  (abbreviation: ZnPBO), or bis[2-(2-
benzothiazolyl)phenolato]zinc(Il) (abbreviation: ZnBTZ); a
heterocyclic compound having a polyazole skeleton such as
2-(4-biphenylyl)-5-(4-tert-butylphenyl)-1,3,4-oxadiazole
(abbreviation: PBD), 3-(4-biphenylyl)-4-phenyl-5-(4-tert-
butylphenyl)-1,2,4-triazole (abbreviation: TAZ), 1,3-bis[5-
(p-tert-butylphenyl)-1,3,4-oxadiazol-2-yl|benzene (abbre-
viation: OXD-7), 9-[4-(5-phenyl-1,3,4-oxadiazol-2-yl)
phenyl]-9H-carbazole (abbreviation: CO11), 2,2',2"-(1,3,5-
benzenetriyl)tris(1-phenyl-1H-benzimidazole)
(abbreviation: TPBI), or 2-[3-(dibenzothiophen-4-yl)phe-
nyl]-1-phenyl-1H-benzimidazole (abbreviation: 2mDBT-
BIm-II); a heterocyclic compound having a diazine skeleton
such as 2-[3-(dibenzothiophen-4-yl)phenyl|dibenzo[f,h]qui-
noxaline (abbreviation: 2mDBTPDBg-II), 2-[3'-(diben-
zothiophen-4-yl)biphenyl-3-yl]|dibenzo| f,h]quinoxaline (ab-
breviation: 2mDBTBPDBg-II), 2-[3'-(9H-carbazol-9-yl)
biphenyl-3-yl]dibenzo[f.h]quinoxaline (abbreviation:
2mCzBPDBq), 4,6-bis[3-(phenanthren-9-yl)phenyl|pyrimi-
dine (abbreviation: 4,6mPnP2Pm), or 4,6-bis[3-(4-diben-
zothienyl)phenyl]|pyrimidine (abbreviation:
4,6mDBTP2Pm-II); and a heterocyclic compound having a
pyridine skeleton such as 3,5-bis[3-(9H-carbazol-9-yl)phe-
nyl]pyridine (abbreviation: 35DCzPPy) or 1,3,5-tri[3-(3-py-
ridyl)phenyl]|benzene (abbreviation: TmPyPB). Among the
above materials, a heterocyclic compound having a diazine
skeleton and a heterocyclic compound having a pyridine skel-
eton have high reliability and are thus preferable. Specifically,
a heterocyclic compound having a diazine (pyrimidine or
pyrazine) skeleton has a high electron-transport property to
contribute to a reduction in drive voltage.

The following are examples of the host material having a
hole-transport property: a compound having an aromatic
amine skeleton such as 4,4'-bis[N-(1-naphthyl)-N-pheny-
lamino|biphenyl (abbreviation: NPB), N,N'-bis(3-meth-
ylphenyl)-N,N'-diphenyl-[1,1'-biphenyl]-4,4'-diamine  (ab-
breviation: TPD), 4,4'-bis[N-(spiro-9,9'-bifluoren-2-yl)-N-
phenylamino|]biphenyl (abbreviation: BSPB), 4-phenyl-4'-
(9-phenylfiuoren-9-yl)triphenylamine (abbreviation:
BPAFLP), 4-phenyl-3'-(9-phenylfluoren-9-yDtripheny-
lamine (abbreviation: mBPAFLP), 4-phenyl-4'-(9-phenyl-
9H-carbazol-3-yl)triphenylamine (abbreviation:
PCBA1BP), 4,4'-diphenyl-4"-(9-phenyl-9H-carbazol-3-yl)
triphenylamine (abbreviation: PCBBi1BP), 4-(1-naphthyl)-
4'-(9-phenyl-9H-carbazol-3-yl)triphenylamine  (abbrevia-
tion: PCBANB), 4,4'-di(1-naphthyl)-4"-(9-phenyl-9H-
carbazol-3-yDtriphenylamine (abbreviation: PCBNBB), 9,9-
dimethyl-N-phenyl-N-[4-(9-phenyl-9H-carbazol-3-yl)
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phenyl]fluoren-2-amine  (abbreviation: = PCBAF), or
N-phenyl-N-[4-(9-phenyl-9H-carbazol-3-yl)phenyl]spiro-9,
9'-bifluoren-2-amine (abbreviation: PCBASF); a compound
having a carbazole skeleton such as 1,3-bis(N-carbazolyl)
benzene (abbreviation: mCP), 4,4'-di(N-carbazolyl)biphenyl
(abbreviation: CBP), 3,6-bis(3,5-diphenylphenyl)-9-phenyl-
carbazole (abbreviation: CzTP), or 3,3'-bis(9-phenyl-9H-car-
bazole) (abbreviation: PCCP); a compound having a
thiophene skeleton such as 4,4'.4"-(benzene-1,3,5-triyl)tri
(dibenzothiophene) (abbreviation: DBT3P-II), 2,8-diphenyl-
4-[4-(9-phenyl-9H-fluoren-9-yl)phenyl]dibenzothiophene
(abbreviation: DBTFLP-III), or 4-[4-(9-phenyl-9H-fluoren-
9-yD)phenyl]-6-phenyldibenzothiophene (abbreviation:
DBTFLP-1V); and a compound having a furan skeleton such
as 4,4'4"-(benzene-1,3,5-triyDtri(dibenzofuran) (abbrevia-
tion: DBF3P-II) or 4-{3-[3-(9-phenyl-9H-fluoren-9-yl)
phenyl}phenyl]dibenzofuran (abbreviation: mmDBFFLBi-
II). Among the above materials, a compound having an
aromatic amine skeleton and a compound having a carbazole
skeleton are preferable because these compounds are highly
reliable and have high hole-transport properties to contribute
to a reduction in drive voltage.

Host materials can be selected from known substances as
well as from the above host materials. Note that as the host
materials, substances having a triplet level (energy gap
between a ground state and a triplet excited state) higher than
that of the phosphorescent compound are preferably selected.
Itis preferable that these host materials do not have an absorp-
tion spectrum in the blue wavelength range. Specifically, an
absorption edge of the absorption spectrum is preferably at
440 nm or less.

For formation of the light-emitting layer 113 having the
above-described structure, co-evaporation by a vacuum
evaporation method can be used, or alternatively an inkjet
method, a spin coating method, a dip coating method, or the
like using a mixed solution can be used.

The electron-transport layer 114 is a layer containing a
substance having an electron-transport property. For
example, a layer containing a metal complex having a quino-
line skeleton or a benzoquinoline skeleton, such as tris(8-
quinolinolato)aluminum (abbreviation: Alq), tris(4-methyl-
8-quinolinolato)aluminum (abbreviation: Almgq,), bis(10-
hydroxybenzo[h]|quinolinato)beryllium (abbreviation:
BeBq,), or bis(2-methyl-8-quinolinolato)(4-phenylpheno-
lato)aluminum (abbreviation: BAlq), or the like can be used.
Alternatively, a metal complex having an oxazole-based or
thiazole-based ligand, such as bis[2-(2-hydroxyphenyl)ben-
zoxazolato|zinc (abbreviation: Zn(BOX),) or bis[2-(2-hy-
droxyphenyl)benzothiazolato]zinc (abbreviation:
Zn(BTZ),), or the like can be used. Besides the metal com-
plexes, 2-(4-biphenylyl)-5-(4-tert-butylphenyl)-1,3,4-oxa-
diazole (abbreviation: PBD), 1,3-bis|5-(p-tert-butylphenyl)-
1,3,4-oxadiazol-2-yl]benzene (abbreviation: OXD-7), 3-(4-
biphenylyl)-4-phenyl-5-(4-tert-butylphenyl)-1,2,4-triazole
(abbreviation: TAZ), bathophenanthroline (abbreviation:
BPhen), bathocuproine (abbreviation: BCP), or the like can
also be used. The substances mentioned here have high elec-
tron-transport properties and are mainly ones that have an
electron mobility of 10~% cm?/V's or more. Note that any of the
above-described host materials having electron-transport
properties may be used for the electron-transport layer 114.

Furthermore, the electron-transport layer 114 is not limited
to a single layer and may be a stack of two or more layers
containing any of the above substances.

Between the electron-transport layer and the light-emitting
layer, a layer that controls transport of electron carriers may
be provided. This is a layer formed by addition of a small
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amount of a substance having a high electron-trapping prop-
erty to a material having a high electron-transport property as
described above, and the layer is capable of adjusting carrier
balance by suppressing transport of electron carriers. Such a
structure is very effective in preventing a problem (such as a
reduction in element lifetime) caused when electrons pass
through the light-emitting layer.

In addition, the electron-injection layer 115 may be pro-
vided in contact with the second electrode 102 between the
electron-transport layer 114 and the second electrode 102.
For the electron-injection layer 115, an alkali metal, an alka-
line earth metal, or a compound thereof such as lithium fluo-
ride (LiF), cesium fluoride (CsF), or calcium fluoride (CaF,)
can be used. For example, a layer that is formed using a
substance having an electron-transport property and contains
an alkali metal, an alkaline earth metal, or a compound
thereof can be used. Note that a layer that is formed using a
substance having an electron-transport property and contains
an alkali metal or an alkaline earth metal is preferably used as
the electron-injection layer 115, in which case electron injec-
tion from the second electrode 102 is efficiently performed.

For the second electrode 102, any of metals, alloys, elec-
trically conductive compounds, and mixtures thereof which
have a low work function (specifically, a work function of3.8
eV or less) or the like can be used. Specific examples of such
a cathode material are elements belonging to Groups 1 and 2
of the periodic table, such as alkali metals (e.g., lithium (Li)
and cesium (Cs)), magnesium (Mg), calcium (Ca), and stron-
tium (Sr), alloys thereof (e.g., MgAg and AlL1i), rare earth
metals such as europium (Eu) and ytterbium (YD), alloys
thereof, and the like. However, when the electron-injection
layer is provided between the second electrode 102 and the
electron-transport layer, for the second electrode 102, any of
a variety of conductive materials such as Al, Ag, ITO, or
indium oxide-tin oxide containing silicon or silicon oxide can
be used regardless of the work function. Films of these elec-
trically conductive materials can be formed by a sputtering
method, an inkjet method, a spin coating method, or the like.

Further, any of a variety of methods can be used to form the
EL layer 103 regardless whether it is a dry process or a wet
process. For example, a vacuum evaporation method, an ink-
jet method, a spin coating method, or the like may be used.
Different formation methods may be used for the electrodes
or the layers.

In addition, the electrode may be formed by a wet method
using a sol-gel method, or by a wet method using paste of a
metal material. Alternatively, the electrode may be formed by
adry method such as a sputtering method or a vacuum evapo-
ration method.

In the light-emitting element having the above-described
structure, current flows due to a potential difference between
the first electrode 101 and the second electrode 102, and holes
and electrons recombine in the light-emitting layer 113 which
contains a substance having a high light-emitting property, so
that light is emitted. That is, a light-emitting region is formed
in the light-emitting layer 113.

Light emission is extracted out through one or both of the
first electrode 101 and the second electrode 102. Therefore,
one or both of the first electrode 101 and the second electrode
102 are light-transmitting electrodes. In the case where only
the first electrode 101 is a light-transmitting electrode, light
emission is extracted through the first electrode 101. In the
case where only the second electrode 102 is a light-transmit-
ting electrode, light emission is extracted through the second
electrode 102. In the case where both the first electrode 101
and the second electrode 102 are light-transmitting elec-
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trodes, light emission is extracted through the first electrode
101 and the second electrode 102.

The structure of the layers provided between the first elec-
trode 101 and the second electrode 102 is not limited to the
above-described structure. Preferably, a light-emitting region
where holes and electrons recombine is positioned away from
the first electrode 101 and the second electrode 102 so that
quenching due to the proximity of the light-emitting region
and a metal used for electrodes and carrier-injection layers
can be prevented.

Further, in order that transfer of energy from an exciton
generated in the light-emitting layer can be suppressed, pref-
erably, the hole-transport layer and the electron-transport
layer which are in contact with the light-emitting layer 113,
particularly a carrier-transport layer in contact with a side
closer to the light-emitting region in the light-emitting layer
113 is formed using a substance having a wider band gap than
the light-emitting substance of the light-emitting layer or the
emission center substance included in the light-emitting
layer.

A light-emitting element in this embodiment is preferably
fabricated over a substrate of glass, plastic, or the like. As the
way of stacking layers over the substrate, layers may be
sequentially stacked from the first electrode 101 side or
sequentially stacked from the second electrode 102 side. In a
light-emitting device, although one light-emitting element
may be formed over one substrate, a plurality of light-emit-
ting elements may be formed over one substrate. With a
plurality of light-emitting elements as described above
formed over one substrate, a lighting device in which ele-
ments are separated or a passive-matrix light-emitting device
can be manufactured. A light-emitting element may be
formed over an electrode electrically connected to a thin film
transistor (TFT), for example, which is formed over a sub-
strate of glass, plastic, or the like, so that an active matrix
light-emitting device in which the TFT controls the drive of
the light-emitting element can be manufactured. Note that
there is no particular limitation on the structure of the TFT,
which may be a staggered TFT or an inverted staggered TFT.
In addition, crystallinity of a semiconductor used for the TFT
is not particularly limited either; an amorphous semiconduc-
tor or a crystalline semiconductor may be used. In addition, a
driver circuit formed in a TFT substrate may be formed with
ann-type TFT and a p-type TFT, or with either an n-type TFT
or a p-type TFT.

Note that this embodiment can be combined with any of the
other embodiments as appropriate.

(Embodiment 3)

In this embodiment, a light-emitting device using the light-
emitting element described in Embodiments 1 and 2 will be
described.

In this embodiment, the light-emitting device using the
light-emitting element described in Embodiments 1 and 2 is
described with reference to FIGS. 6 A and 6B. Note that FIG.
6A is a top view of the light-emitting device and FIG. 6B is a
cross-sectional view taken along the lines A-B and C-D in
FIG. 6A. This light-emitting device includes a driver circuit
portion (source line driver circuit) 601, a pixel portion 602,
and a driver circuit portion (gate line driver circuit) 603,
which are to control light emission of the light-emitting ele-
ment and illustrated with dotted lines. Moreover, a reference
numeral 604 denotes a sealing substrate; 625, a drying agent;
605, a sealing material; and 607, a space surrounded by the
sealing material 605.

Reference numeral 608 denotes a wiring for transmitting
signals to be inputted into the source line driver circuit 601
and the gate line driver circuit 603 and receiving signals such
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as a video signal, a clock signal, a start signal, and a reset
signal from an FPC (flexible printed circuit) 609 serving as an
external input terminal. Although only the FPC is illustrated
here, a printed wiring board (PWB) may be attached to the
FPC. The light-emitting device in the present specification
includes, in its category, not only the light-emitting device
itself but also the light-emitting device provided with the FPC
or the PWB.

Next, a cross-sectional structure is described with refer-
ence to FIG. 6B. The driver circuit portion and the pixel
portion are formed over an element substrate 610; the source
line driver circuit 601, which is a driver circuit portion, and
one of the pixels in the pixel portion 602 are illustrated here.

As the source line driver circuit 601, a CMOS circuit in
which an n-channel TFT 623 and a p-channel TFT 624 are
combined is formed. In addition, the driver circuit may be
formed with any of a variety of circuits such as a CMOS
circuit, a PMOS circuit, or an NMOS circuit. Although a
driver integrated type in which the driver circuit is formed
over the substrate is illustrated in this embodiment, the driver
circuit is not necessarily formed over the substrate, and the
driver circuit can be formed outside, not over the substrate.

The pixel portion 602 includes a plurality of pixels includ-
ing a switching TFT 611, a current controlling TFT 612, and
a first electrode 613 electrically connected to a drain of the
current controlling TFT 612. Note that to cover an end portion
of the first electrode 613, an insulator 614 is formed, for
which a positive photosensitive acrylic resin film is used here.

In order to improve coverage, the insulator 614 is formed to
have a curved surface with curvature at its upper or lower end
portion. For example, in the case where positive photosensi-
tive acrylic is used for a material of the insulator 614, only the
upper end portion of the insulator 614 preferably has a curved
surface with a curvature radius (0.2 um to 3 pum). As the
insulator 614, either a negative photosensitive resin or a posi-
tive photosensitive resin can be used.

An EL layer 616 and a second electrode 617 are formed
over the first electrode 613. Here, as a material used for the
first electrode 613 functioning as an anode, a material having
a high work function is preferably used. For example, a
single-layer film of an ITO film, an indium tin oxide film
containing silicon, an indium oxide film containing zinc
oxide at 2 wt % to 20 wt %, a titanium nitride film, a chro-
mium film, a tungsten film, a Zn film, a Pt film, or the like, a
stack of a titanium nitride film and a film containing alumi-
num as its main component, a stack of three layers of a
titanium nitride film, a film containing aluminum as its main
component, and a titanium nitride film, or the like can be used.
The stacked-layer structure enables low wiring resistance,
favorable ohmic contact, and a function as an anode.

In addition, the EL layer 616 is formed by any of a variety
of methods such as an evaporation method using an evapora-
tion mask, an inkjet method, and a spin coating method. The
EL layer 616 has a structure similar to that described in
Embodiments 1 and 2. Further, for another material included
in the EL layer 616, any of low molecular compounds and
high molecular compounds (including oligomers and den-
drimers) may be used.

As a material used for the second electrode 617, which is
formed over the EL layer 616 and functions as a cathode, a
material having a low work function (e.g., Al, Mg, Li, Ca, or
an alloy or a compound thereof, such as MgAg, Mgln, or
AlLji) is preferably used. In the case where light generated in
the EL layer 616 passes through the second electrode 617, a
stack of a thin metal film and a transparent conductive film
(e.g., ITO, indium oxide containing zinc oxide at 2 wt % to 20
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wt %, indium tin oxide containing silicon, or zinc oxide
(Zn0)) is preferably used for the second electrode 617.

Note that the light-emitting element is formed with the first
electrode 613, the EL layer 616, and the second electrode 617.
The light-emitting element is the light-emitting element
described in Embodiments 1 and 2. In the light-emitting
device of this embodiment, the pixel portion, which includes
a plurality of light-emitting elements, may include both the
light-emitting element described in Embodiments 1 and 2 and
a light-emitting element having a different structure.

Further, the sealing substrate 604 is attached to the element
substrate 610 with the sealing material 605, so that a light-
emitting element 618 is provided in the space 607 surrounded
by the element substrate 610, the sealing substrate 604, and
the sealing material 605. The space 607 may be filled with
filler, and may be filled with an inert gas (such as nitrogen or
argon), or the sealing material 605. It is preferable that the
sealing substrate be provided with a recessed portion and the
drying agent 625 be provided in the recessed portion, in
which case deterioration due to influence of moisture can be
suppressed.

An epoxy-based resin or glass frit is preferably used for the
sealing material 605. It is preferable that such a material do
not transmit moisture or oxygen as much as possible. As the
sealing substrate 604, a glass substrate, a quartz substrate, or
a plastic substrate formed of fiberglass reinforced plastic
(FRP), poly(vinyl fluoride) (PVF), polyester, acrylic, or the
like can be used.

As described above, the light-emitting device which uses
the light-emitting element described in Embodiments 1 and 2
can be obtained.

The light-emitting device in this embodiment is fabricated
using the light-emitting element described in Embodiments 1
and 2 and thus can have favorable characteristics. Specifi-
cally, since the light-emitting element described in Embodi-
ments 1 and 2 has high emission efficiency, the light-emitting
device can have reduced power consumption. In addition,
since the light-emitting element has low drive voltage, the
light-emitting device can be driven at low voltage.

Although an active matrix light-emitting device is
described in this embodiment as described above, a passive
matrix light-emitting device may be manufactured. FIGS. 7A
and 7B illustrate a passive matrix light-emitting device manu-
factured using the present invention. FIG. 7A is a perspective
view of the light-emitting device, and FIG. 7B is a cross-
sectional view taken along the line X-Y in FIG. 7A. In FIGS.
7A and 7B, over a substrate 951, an EL. layer 955 is provided
between an electrode 952 and an electrode 956. An end por-
tion of the electrode 952 is covered with an insulating layer
953. In addition, a partition layer 954 is provided over the
insulating layer 953. The sidewalls of the partition layer 954
are aslope such that the distance between both sidewalls is
gradually narrowed toward the surface of the substrate. In
other words, a cross section taken along the direction of the
short side ofthe partition wall layer 954 is trapezoidal, and the
lower side (a side which is in the same direction as a plane
direction of the insulating layer 953 and in contact with the
insulating layer 953) is shorter than the upper side (a side
which is in the same direction as the plane direction of the
insulating layer 953 and not in contact with the insulating
layer 953). The partition layer 954 thus provided can prevent
defects in the light-emitting element due to static electricity
or the like. The passive matrix light-emitting device can also
be driven with low power consumption by including the light-
emitting element in Embodiments 1 and 2 which is capable of
operating at low voltage. Further, the light-emitting device
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can have high reliability by including the light-emitting ele-
ment described in Embodiments 1 and 2.

Further, for performing full color display, a coloring layer
or a color conversion layer may be provided in a light path
through which light from the light-emitting element passes to
the outside of the light-emitting device. An example of a
light-emitting device in which full color display is achieved
with the use of a coloring layer and the like is illustrated in
FIGS. 8A and 8B. In FIG. 8A, a substrate 1001, a base
insulating film 1002, a gate insulating film 1003, gate elec-
trodes 1006, 1007, and 1008, a first interlayer insulating film
1020, a second interlayer insulating film 1021, a peripheral
portion 1042, a pixel portion 1040, a driver circuit portion
1041, first electrodes 1024W, 1024R, 10246 and 1024B of
light-emitting elements, a partition wall 1025, a layer 1028
containing an organic compound, a second electrode 1029 of
the light-emitting elements, a sealing substrate 1031, and a
sealant 1032 are illustrated. Further, coloring layers (a red
coloring layer 1034R, a green coloring layer 1034F and a blue
coloring layer 1034B) are provided on a transparent base
material 1033. Further, a black layer (a black matrix) 1035
may be additionally provided. The transparent base material
1033 provided with the coloring layers and the black layer is
positioned and fixed to the substrate 1001. Note that the
coloring layers and the black layer are covered with an over-
coat layer 1036. In this embodiment, light emitted from some
of'the light-emitting layers does not pass through the coloring
layers, while light emitted from the others of the light-emit-
ting layers passes through the coloring layers. Since light
which does not pass through the coloring layers is white and
light which passes through any one of the coloring layers is
red, blue, or green, an image can be displayed using pixels of
the four colors.

The above-described light-emitting device is a light-emit-
ting device having a structure in which light is extracted from
the substrate 1001 side where the TFTs are fanned (a bottom
emission structure), but may be a light-emitting device having
a structure in which light is extracted from the sealing sub-
strate 1031 side (a top emission structure). FIG. 9 is a cross-
sectional view of a light-emitting device having a top emis-
sion structure. In this case, a substrate which does not transmit
light can be used as the substrate 1001. The process up to the
step of forming of a connection electrode which connects the
TFT and the anode of the light-emitting element is performed
in a manner similar to that of the light-emitting device having
a bottom emission structure. Then, a third interlayer insulat-
ing film 1037 is formed to cover an electrode 1022. The third
interlayer insulating film 1037 may have a planarization func-
tion. The third interlayer insulating film 1037 can be formed
using a material similar to that of the second interlayer insu-
lating film, and can alternatively be formed using any other
known material.

The first electrodes 1024W, 1024R, 1024G, and 1024B of
the light-emitting elements each serve as an anode here, but
may serve as a cathode. Further, in the case of a light-emitting
device having a top emission structure as illustrated in FIG. 9,
the first electrodes are preferably reflective electrodes. The
layer 1028 containing an organic compound is formed to have
a structure similar to the structure described in Embodiments
1 and 2, with which white light emission can be obtained. As
the structure with which white light emission can be obtained,
in the case where two EL layers are used, a structure with
which blue light is obtained from a light-emitting layer in one
of the EL layers and orange light is obtained from a light-
emitting layer of the other of the EL layers; a structure in
which blue light is obtained from a light-emitting layer of one
of the EL layers and red light and green light are obtained
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from a light-emitting layer of the other of the EL layers; and
the like can be given. Further, in the case where three ELL
layers are used, red light, green light, and blue light are
obtained from respective light-emitting layers, so that a light-
emitting element which emits white light can be obtained.
Needless to say, the structure with which white light emission
is obtained is not limited thereto as long as the structure
described in Embodiments 1 and 2 is used.

The coloring layers are each provided in a light path
through which light from the light-emitting element passes to
the outside of the light-emitting device. In the case of the
light-emitting device having a bottom emission structure as
illustrated in F1G. 8A, the coloring layers 1034R, 1034G, and
1034B can be provided on the transparent base material 1033
and then fixed to the substrate 1001. The coloring layers may
be provided between the gate insulating film 1003 and the first
interlayer insulating film 1020 as illustrated in FIG. 8B. In the
case of a top emission structure as illustrated in FIG. 9,
sealing can be performed with the sealing substrate 1031 on
which the coloring layers (the red coloring layer 1034R, the
green coloring layer 1034G and the blue coloring layer
1034B) are provided. The sealing substrate 1031 may be
provided with the black layer (the black matrix) 1035 which
is positioned between pixels. The coloring layers (the red
coloring layer 1034R, the green coloring layer 1034G, and
the blue coloring layer 1034B) and the black layer (the black
matrix) 1035 may be covered with the overcoat layer 1036.
Note that a light-transmitting substrate is used as the sealing
substrate 1031.

When voltage is applied between the pair of electrodes of
the thus obtained organic light-emitting element, a white
light-emitting region 1044 W can be obtained. In addition, by
using the coloring layers, a red light-emitting region 1044R,
a blue light-emitting region 1044B, and a green light-emitting
region 1044G can be obtained. The light-emitting device in
this embodiment includes the light-emitting element
described in Embodiments 1 and 2; thus, a light-emitting
device with low power consumption can be obtained.

Further, although an example in which full color display is
performed using four colors of red, green, blue, and white is
shown here, there is no particular limitation and full color
display using three colors of red, green, and blue may be
performed.

This embodiment can be freely combined with any of other
embodiments.

(Embodiment 4)

Inthis embodiment, an example in which the light-emitting
element described in Embodiments 1 and 2 is used for a
lighting device will be described with reference to FIGS. 10A
and 10B. FIG. 10B is a top view of the lighting device, and
FIG. 10A is a cross-sectional view taken along the line e-f in
FIG. 10B.

In the lighting device in this embodiment, a first electrode
401 is formed over a substrate 400 which is a support and has
a light-transmitting property. The first electrode 401 corre-
sponds to the first electrode 101 in Embodiment 3.

An auxiliary electrode 402 is provided over the first elec-
trode 401. Since light emission is extracted through the first
electrode 401 side in the example given in this embodiment,
the first electrode 401 is formed using a material having a
light-transmitting property. The auxiliary electrode 402 is
provided in order to compensate for the low conductivity of
the material having a light-transmitting property, and has a
function of suppressing luminance unevenness in a light
emission surface due to voltage drop caused by the high
resistance of the first electrode 401. The auxiliary electrode
402 is formed using a material having at least higher conduc-
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tivity than the material of the first electrode 401, and is pref-
erably formed using a material having high conductivity such
as aluminum. Note that surfaces of the auxiliary electrode 402
other than a portion thereof in contact with the first electrode
401 are preferably covered with an insulating layer. This is for
suppressing light emission over the upper portion of the aux-
iliary electrode 402, which cannot be extracted, for reducing
a reactive current, and for suppressing a reduction in power
efficiency. Note that a pad 412 for applying a voltage to a
second electrode 404 may be formed at the same time as the
formation of the auxiliary electrode 402.

An EL layer 403 is formed over the first electrode 401 and
the auxiliary electrode 402. The EL layer 403 has the structure
described in Embodiments 1 and 2. Refer to the descriptions
for the structure. Note that the EL layer 403 is preferably
fanned to be slightly larger than the first electrode 401 when
seen from above, in which case the EL layer 403 can also
serve as an insulating layer that suppresses a short circuit
between the first electrode 401 and the second electrode 404.

The second electrode 404 is formed to cover the EL layer
403. The second electrode 404 corresponds to the second
electrode 102 in Embodiment 3 and has a similar structure. In
this embodiment, it is preferable that the second electrode 404
be formed using a material having high reflectance because
light emission is extracted through the first electrode 401 side.
In this embodiment, the second electrode 404 is connected to
the pad 412, whereby voltage is applied.

As described above, the lighting device described in this
embodiment includes a light-emitting element including the
first electrode 401, the EL layer 403, and the second electrode
404 (and the auxiliary electrode 402). Since the light-emitting
element is a light-emitting element with high emission effi-
ciency, the lighting device in this embodiment can be a light-
ing device having low power consumption. Furthermore,
since the light-emitting element is a light-emitting element
having high reliability, the lighting device in this embodiment
can be a lighting device having high reliability.

The light-emitting element having the above structure is
fixed to a sealing substrate 407 with sealing materials 405 and
406 and sealing is performed, whereby the lighting device is
completed. It is possible to use only either the sealing material
405 or the sealing material 406. In addition, the inner sealing
material 406 can be mixed with a desiccant which enables
moisture to be adsorbed, increasing reliability.

When parts of the pad 412, the first electrode 401, and the
auxiliary electrode 402 are extended to the outside of the
sealing materials 405 and 406, the extended parts can serve as
external input terminals. An IC chip 420 mounted with a
converter or the like may be provided over the external input
terminals.

As described above, since the lighting device described in
this embodiment includes the light-emitting element
described in Embodiments 1 and 2 as an EL element, the
lighting device can be a lighting device having low power
consumption. Further, the lighting device can be a lighting
device having low drive voltage. Furthermore, the lighting
device can be a lighting device having high reliability.
(Embodiment 5)

In this embodiment, examples of electronic devices each
including the light-emitting element described in Embodi-
ments 1 and 2 will be described. The light-emitting element
described in Embodiments 1 and 2 has high emission effi-
ciency and reduced power consumption. As a result, the elec-
tronic devices described in this embodiment can each include
a light-emitting portion having reduced power consumption.
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Inaddition, the electronic devices can be driven at low voltage
since the light-emitting element described in Embodiments 1
and 2 has low drive voltage.

Examples of the electronic device to which the above light-
emitting element is applied include television devices (also
referred to as TV or television receivers), monitors for com-
puters and the like, cameras such as digital cameras and
digital video cameras, digital photo frames, mobile phones
(also referred to as cell phones or mobile phone devices),
portable game machines, portable information terminals,
audio playback devices, large game machines such as
pachinko machines, and the like. Specific examples of these
electronic devices are given below.

FIG. 11A illustrates an example of a television device. In
the television device, a display portion 7103 is incorporated in
a housing 7101. In addition, here, the housing 7101 is sup-
ported by a stand 7105. Images can be displayed on the
display portion 7103, and in the light-emitting portion 7103,
the light-emitting elements described in Embodiments 1 and
2 are arranged in a matrix. The light-emitting elements can
have high emission efficiency. Further, the light-emitting ele-
ments can be driven at low voltage. Furthermore, the light-
emitting elements can have a long lifetime. Therefore, the
television device including the display portion 7103 which is
formed using the light-emitting elements can be a television
device having reduced power consumption. Further, the tele-
vision device can be a television device having low drive
voltage. Furthermore, the television device can be a television
device having high reliability.

Operation of the television device can be performed with
an operation switch of the housing 7101 or a separate remote
controller 7110. With operation keys 7109 of the remote
controller 7110, channels and volume can be controlled and
images displayed on the display portion 7103 can be con-
trolled. Furthermore, the remote controller 7110 may be pro-
vided with a display portion 7107 for displaying data output
from the remote controller 7110.

Note that the television device is provided with a receiver,
a modem, and the like. With the use of the receiver, general
television broadcasting can be received. Moreover, when the
television device is connected to a communication network
with or without wires via the modem, one-way (from a sender
to a receiver) or two-way (between a sender and a receiver or
between receivers) information communication can be per-
formed.

FIG. 11B1 illustrates a computer, which includes a main
body 7201, a housing 7202, a display portion 7203, a key-
board 7204, an external connection port 7205, a pointing
device 7206, and the like. Note that this computer is manu-
factured by using light-emitting elements arranged in a
matrix in the display portion 7203, which are the same as that
described in Embodiment 2 or 3. The computer illustrated in
FIG. 11B1 may have a structure illustrated in FIG. 11B2. The
computer illustrated in FIG. 11B2 is provided with a second
display portion 7210 instead of the keyboard 7204 and the
pointing device 7206. The second display portion 7210 is a
touch screen, and input can be performed by operation of
display for input on the second display portion 7210 with a
finger or a dedicated pen. The second display portion 7210
can also display images other than the display for input. The
display portion 7203 may be also a touch screen. Connecting
the two screens with a hinge can prevent troubles; for
example, the screens can be prevented from being cracked or
broken while the computer is being stored or carried. The
light-emitting elements can have high emission efficiency.
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Therefore, this computer having the display portion 7203
which is formed using the light-emitting elements consumes
less power.

FIG. 11C illustrates a portable game machine having two
housings, a housing 7301 and a housing 7302, which are
connected with a joint portion 7303 so that the portable game
machine can be opened or folded. The housing 7301 incor-
porates a display portion 7304 including the light-emitting
elements described in Embodiments 1 and 2 and arranged in
a matrix, and the housing 7302 incorporates a display portion
7305. In addition, the portable game machine illustrated in
FIG. 11C includes a speaker portion 7306, a recording
medium insertion portion 7307, an LED lamp 7308, an input
means (an operation key 7309, a connection terminal 7310, a
sensor 7311 (a sensor having a function of measuring force,
displacement, position, speed, acceleration, angular velocity,
rotational frequency, distance, light, liquid, magnetism, tem-
perature, chemical substance, sound, time, hardness, electric
field, current, voltage, electric power, radiation, flow rate,
humidity, gradient, oscillation, odor, or infrared rays), and a
microphone 7312), and the like. Needless to say, the structure
of the portable game machine is not limited to the above as
long as the display portion which includes the light-emitting
elements described in Embodiments 1 and 2 and arranged in
a matrix is used as at least either the display portion 7304 or
the display portion 7305, or both, and the structure can
include other accessories as appropriate. The portable game
machine illustrated in FIG. 11C has a function of reading out
a program or data stored in a storage medium to display it on
the display portion, and a function of sharing information
with another portable game machine by wireless communi-
cation. Note that functions of the portable game machine
illustrated in FIG. 11C are not limited to them, and the por-
table game machine can have various functions. Since the
light-emitting elements used in the display portion 7304 have
high emission efficiency, the portable game machine includ-
ing the above-described display portion 7304 can be a por-
table game machine having reduced power consumption.
Since the light-emitting elements used in the display portion
7304 each can be driven at low voltage, the portable game
machine can also be a portable game machine having low
drive voltage. Furthermore, since the light-emitting elements
used in the display portion 7304 each have a long lifetime, the
portable game machine can be highly reliable.

FIG. 11D illustrates an example of a mobile phone. The
mobile phone is provided with a display portion 7402 incor-
porated in a housing 7401, operation buttons 7403, an exter-
nal connection port 7404, a speaker 7405, a microphone
7406, and the like. Note that the mobile phone 7400 has the
display portion 7402 including the light-emitting elements
described in Embodiments 1 and 2 and arranged in a matrix.
The light-emitting elements can have high emission effi-
ciency. Further, the light-emitting elements can be driven at
low voltage. Furthermore, the light-emitting elements can
have a long lifetime. Therefore, the mobile phone including
the display portion 7402 which is formed using the light-
emitting elements can be a mobile phone having reduced
power consumption. Further, the mobile phone can be a
mobile phone having low drive voltage. Furthermore, the
mobile phone can be a mobile phone having high reliability.

When the display portion 7402 of the mobile phone illus-
trated in FIG. 11D is touched with a finger or the like, data can
be input into the mobile phone. In this case, operations such as
making a call and creating an e-mail can be performed by
touching the display portion 7402 with a finger or the like.

There are mainly three screen modes of the display portion
7402. The first mode is a display mode mainly for displaying
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an image. The second mode is an input mode mainly for
inputting information such as characters. The third mode is a
display-and-input mode in which two modes of the display
mode and the input mode are combined.

For example, in the case of making a call or creating an
e-mail, a character input mode mainly for inputting characters
is selected for the display portion 7402 so that characters
displayed on a screen can be input. In this case, itis preferable
to display a keyboard or number buttons on almost the entire
screen of the display portion 7402.

When a detection device including a sensor for detecting
inclination, such as a gyroscope or an acceleration sensor, is
provided inside the mobile phone, display on the screen of the
display portion 7402 can be automatically changed by deter-
mining the orientation of the mobile phone (whether the
mobile phone is placed horizontally or vertically for a land-
scape mode or a portrait mode).

The screen modes are switched by touch on the display
portion 7402 or operation with the operation buttons 7403 of
the housing 7401. The screen modes can be switched depend-
ing on the kind of images displayed on the display portion
7402. For example, when a signal of an image displayed on
the display portion is a signal of moving image data, the
screen mode is switched to the display mode. When the signal
is a signal of text data, the screen mode is switched to the input
mode.

Moreover, in the input mode, when input by touching the
display portion 7402 is not performed for a certain period
while a signal detected by an optical sensor in the display
portion 7402 is detected, the screen mode may be controlled
s0 as to be switched from the input mode to the display mode.

The display portion 7402 may function as an image sensor.
For example, an image of a palm print, a fingerprint, or the
like is taken by touch on the display portion 7402 with the
palm or the finger, whereby personal authentication can be
performed. Further, by providing a backlight or a sensing
light source which emits a near-infrared light in the display
portion, an image of a finger vein, a palm vein, or the like can
be taken.

Note that the structure described in this embodiment can be
combined with any of the structures described in Embodi-
ments 1 to 4 as appropriate.

As described above, the application range of the light-
emitting device having the light-emitting element described
in Embodiments 1 and 2 is wide so that this light-emitting
device can be applied to electronic devices in a variety of
fields. By using the light-emitting element described in
Embodiments 1 and 2, an electronic device having reduced
power consumption can be obtained.

FIG. 12 illustrates an example of a liquid crystal display
device using the light-emitting element described in Embodi-
ments 1 and 2 for a backlight. The liquid crystal display
device illustrated in FIG. 12 includes a housing 901, a liquid
crystal layer 902, a backlight unit 903, and a housing 904. The
liquid crystal layer 902 is connected to a driver IC 905. The
light-emitting element described in Embodiments 1 and 2 is
used in the backlight unit 903, to which current is supplied
through a terminal 906.

The light-emitting element described in Embodiments 1
and 2 is used for the backlight of the liquid crystal display
device; thus, the backlight can have reduced power consump-
tion. In addition, the use of the light-emitting element
described in Embodiment 2 enables manufacture of a planar-
emission lighting device and further a larger-area planar-
emission lighting device; therefore, the backlight can be a
larger-area backlight, and the liquid crystal display device can
also be a larger-area device. Furthermore, the light-emitting
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device using the light-emitting element described in Embodi-
ment 2 can be thinner than a conventional one; accordingly,
the display device can also be thinner.

FIG. 13 illustrates an example in which the light-emitting
element described in Embodiments 1 and 2 is used for a table
lamp which is a lighting device. The table lamp illustrated in
FIG. 13 includes a housing 2001 and a light source 2002, and
the light-emitting device described in Embodiment 4 is used
for the light source 2002.

FIG. 14 illustrates an example in which the light-emitting
element described in Embodiments 1 and 2 is used for an
indoor lighting device 3001 and a display device 3002. Since
the light-emitting element described in Embodiments 1 and 2
has reduced power consumption, a lighting device that has
reduced power consumption can be obtained. Further, since
the light-emitting element described in Embodiments 1 and 2
can have a large area, the light-emitting element can be used
for a large-area lighting device. Furthermore, since the light-
emitting element described in Embodiments 1 and 2 is thin,
the light-emitting element can be used for a lighting device
having a reduced thickness.

The light-emitting element described in Embodiments 1
and 2 can also be used for an automobile windshield or an
automobile dashboard. FIG. 15 illustrates one mode in which
the light-emitting elements described in Embodiment 2 are
used for an automobile windshield and an automobile dash-
board. Displays 5000 to 5005 each include the light-emitting
element described in Embodiments 1 and 2.

The display 5000 and the display 5001 are display devices
which are provided in the automobile windshield and in
which the light-emitting elements described in Embodiments
1 and 2 are incorporated. The light-emitting element
described in Embodiments 1 and 2 can be formed into what is
called a see-through display device, through which the oppo-
site side can be seen, by including a first electrode and a
second electrode formed of electrodes having light-transmit-
ting properties. Such see-through display devices can be pro-
vided even in the windshield of the car, without hindering the
vision. Note that in the case where a transistor for driving is
provided, a transistor having a light-transmitting property,
such as an organic transistor using an organic semiconductor
material or a transistor using an oxide semiconductor, is pref-
erably used.

The display 5002 is a display device which is provided ina
pillar portion and in which the light-emitting elements
described in Embodiments 1 and 2 are incorporated. The
display 5002 can compensate for the view hindered by the
pillar portion by showing an image taken by an imaging unit
provided in the car body. Similarly, the display 5003 provided
in the dashboard can compensate for the view hindered by the
car body by showing an image taken by an imaging unit
provided in the outside of the car body, which leads to elimi-
nation of blind areas and enhancement of safety. Showing an
image so as to compensate for the area which a driver cannot
see makes it possible for the driver to confirm safety easily
and comfortably.

The display 5004 and the display 5005 can provide a vari-
ety of kinds of information such as navigation data, a speed-
ometer, a tachometer, a mileage, a fuel meter, a gearshift
indicator, and air-condition setting. The content or layout of
the display can be changed freely by a user as appropriate.
Note that such information can also be shown by the displays
5000 to 5003. The displays 5000 to 5005 can also be used as
lighting devices.

The light-emitting element described in Embodiments 1
and 2 can have high emission efficiency and low power con-
sumption. Therefore, load on a battery is small even when a
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number of large screens such as the displays 5000 to 5005 are
provided, which provides comfortable use. For that reason,
the light-emitting device and the lighting device each of
which includes the light-emitting element described in
Embodiments 1 and 2 can be suitably used as an in-vehicle
light-emitting device and an in-vehicle lighting device.

FIGS. 16A and 16B illustrate an example of a foldable
tablet. FIG. 16A illustrates the tablet which is unfolded. The
tablet includes a housing 9630, a display portion 9631a, a
display portion 96315, a display mode switch 9034, a power
switch 9035, a power-saving mode switch 9036, a clasp 9033,
and an operation switch 9038. Note that in the tablet, one or
both of the display portion 9631a and the display portion
96315 is/are formed using a light-emitting device which
includes the light-emitting element described in Embodi-
ments 1 and 2.

Part of the display portion 9631a can be a touchscreen
region 9632a and data can be input when a displayed opera-
tionkey 9637 is touched. Although half of the display portion
9631a has only a display function and the other half has a
touchscreen function, one embodiment of the present inven-
tion is not limited to the structure. The whole display portion
9631a may have a touchscreen function. For example, a key-
board is displayed on the entire region of the display portion
9631a so that the display portion 9631a is used as a touch-
screen; thus, the display portion 96315 can be used as a
display screen.

Like the display portion 9631a, part of the display portion
96315 can be a touchscreen region 96325. When a switching
button 9639 for showing/hiding a keyboard on the touch-
screen is touched with a finger, a stylus, or the like, the
keyboard can be displayed on the display portion 963154.

Touch input can be performed in the touchscreen region
96324 and the touchscreen region 96325 at the same time.

The display mode switch 9034 can switch the display
between portrait mode, landscape mode, and the like, and
between monochrome display and color display, for example.
The power-saving switch 9036 can control display luminance
in accordance with the amount of external light in use of the
tablet detected by an optical sensor incorporated in the tablet.
Another detection device including a sensor for detecting
inclination, such as a gyroscope or an acceleration sensor,
may be incorporated in the tablet, in addition to the optical
sensor.

Although FIG. 16A illustrates an example in which the
display portion 96314 and the display portion 96315 have the
same display area, one embodiment of the present invention is
not limited to the example. The display portion 96314 and the
display portion 96315 may have different display areas and
different display quality. For example, higher definition
images may be displayed on one of the display portions 9631a
and 96315.

FIG. 16B illustrates the tablet which is folded. The tablet
includes the housing 9630, a solar cell 9633, a charge and
discharge control circuit 9634, a battery 9635, and a DC-to-
DC converter 9636. As an example, FIG. 16B illustrates the
charge and discharge control circuit 9634 including the bat-
tery 9635 and the DC-to-DC converter 9636.

Since the tablet is foldable, the housing 9630 can be closed
when the tablet is not in use. As a result, the display portion
9631a and the display portion 96315 can be protected,
thereby providing a tablet with high endurance and high
reliability for long-term use.
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The tablet illustrated in FIGS. 16 A and 16B can have other
functions such as a function of displaying various kinds of
data (e.g., a still image, a moving image, and a text image), a
function of displaying a calendar, a date, the time, or the like
on the display portion, a touch-input function of operating or
editing the data displayed on the display portion by touch
input, and a function of controlling processing by various
kinds of software (programs).

The solar cell 9633 provided on a surface of the tablet can
supply power to the touchscreen, the display portion, a video
signal processing portion, or the like. Note that the solar
battery 9633 can be provided on one or both surfaces of the
housing 9630, so that the battery 9635 can be charged effi-
ciently.

The structure and operation of the charge and discharge
control circuit 9634 illustrated in FIG. 16B will be described
with reference to a block diagram of FIG. 16C. FIG. 16C
illustrates the solar cell 9633, the battery 9635, the DC-to-DC
converter 9636, a converter 9638, switches SW1 to SW3, and
the display portion 9631. The battery 9635, the DC-to-DC
converter 9636, the converter 9638, and the switches SW1 to
SW3 correspond to the charge and discharge control circuit
9634 illustrated in FIG. 16B.

First, description is made on an example of the operation in
the case where power is generated by the solar cell 9633 with
the use of external light. The voltage of the power generated
by the solar cell is raised or lowered by the DC-to-DC con-
verter 9636 so as to be voltage for charging the battery 9635.
Then, when power from the solar cell 9633 is used for the
operation of the display portion 9631, the switch SW1 is
turned on and the voltage of'the power is raised or lowered by
the converter 9638 so as to be voltage needed for the display
portion 9631. When images are not displayed on the display
portion 9631, the switch SW1 is turned off and the switch.
SW2 is turned on so that the battery 9635 is charged.

Although the solar cell 9633 is described as an example of
apower generation means, the power generation means is not
particularly limited, and the battery 9635 may be charged by
another power generation means such as a piezoelectric ele-
ment or a thermoelectric conversion element (Peltier ele-
ment). The battery 9635 may be charged by a non-contact
power transmission module capable of performing charging
by transmitting and receiving power wirelessly (without con-
tact), or any of the other charge means used in combination,
and the power generation means is not necessarily provided.

One embodiment of the present invention is not limited to
the tablet having the shape illustrated in FIGS. 16A to 16C as
long as the display portion 9631 is included.

EXAMPLE 1

In this example, a light-emitting element 1 and a light-
emitting element 2 each of which includes the compounds (1)
to (3) described in Embodiment 1 and corresponds to one
embodiment of the present invention are described. In each of
the light-emitting elements in this example, the compound
(1), the compound (2), and the compound (3) described in
Embodiment 1 are used as phosphorescent compounds in the
first light-emitting layer 113B, the second light-emitting
layer 1136, and the third light-emitting layer 113R, respec-
tively, and thus the relations between the emission wave-
lengths (F(2)) and e(A)A* are the same as those described in
Embodiment 1 with reference to FIG. 5.
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The substances used in the light-emitting elements in this -continued
example are shown below. (iv)

[Chemical formula 2] O Q
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-continued
(viii)

PCCP

compound(1)

(%)

®)

(xi)

A method for fabricating the light-emitting elements 1 and
2 in this example is described below.

(Method for Fabricating Light-emitting Element 1)

First, a film of indium tin oxide containing silicon oxide
(ITSO) was formed over a glass substrate by a sputtering
method, so that the first electrode 101 was formed. The thick-
ness thereof was 110 nm and the electrode area was 2 mmx2

10

15

20

25

30

35

40

45

50

55

60

65

38

mm. Here, the first electrode 101 is an electrode that functions
as an anode of the light-emitting element.

Next, as pretreatment for forming the light-emitting ele-
ment over the substrate, UV ozone treatment was performed
for 370 seconds after washing of a surface of the substrate
with water and baking that was performed at 200° C. for one
hour.

After that, the substrate was transferred into a vacuum
evaporation apparatus where the pressure had been reduced to
approximately 10~ Pa, and was subjected to vacuum baking
at 170° C. for 30 minutes in a heating chamber of the vacuum
evaporation apparatus, and then the substrate was cooled
down for about 30 minutes.

Then, the substrate over which the first electrode 101 was
formed was fixed to a substrate holder provided in the vacuum
evaporation apparatus so that the surface on which the first
electrode 101 was formed faced downward. The pressure in
the vacuum evaporation apparatus was reduced to about 10~*
Pa. After that, over the first electrode 101, 4,4',4"-(benzene-
1,3,5-triyDtri(dibenzothiophene) (abbreviation: DBT3P-II)
represented by Structural Formula (i) and molybdenum(VI)
oxide were deposited by co-evaporation by an evaporation
method using resistance heating, so that the hole-injection
layer 111 was formed. The thickness of the hole-injection
layer 111 was set to 40 nm, and the weight ratio of DBT3P-I1
to molybdenum oxide was adjusted to 4:2. Note that the
co-evaporation method refers to an evaporation method in
which evaporation is carried out from a plurality of evapora-
tion sources at the same time in one treatment chamber.

Next, a film of 4-phenyl-4'-(9-phenylfluoren-9-yl)triph-
enylamine (abbreviation: BPAFLP) which is represented by
Structural Formula (ii) was formed to a thickness of 20 nm
over the hole-injection layer 111 to form the hole-transport
layer 112.

Further, the light-emitting layer 113 was formed in the
following manner. Over the hole-transport layer 112, 2-[3-
(dibenzothiophen-4-yl)phenyl]dibenzo| f;h|quinoxaline (ab-
breviation: 2mDBTPDBq-II) represented by Structural For-
mula (11D, 4-phenyl-4'-(9-phenyl-9H-carbazol-3-yl)
triphenylamine (abbreviation: PCBA1BP) represented by
Structural Formula (Iv), and bis(2,3,5-triphenylpyrazinato)
(dipivaloylmethanato)iridium (III) (abbreviation: [Ir(tppr),
(dpm)]) represented by Structural Formula (v) (the com-
pound (3)) were deposited by co-evaporation to a thickness of
10 nm with a mass ratio of 2mDBTPDBQg-11to PCBA1BP and
[Ir(tppr),(dpm)] being 0.5:0.5:0.05, so that the third light-
emitting layer 113R was formed; then, 2mDBTPDBg-1I,
PCBAI1BP, and (acetylacetonato)bis(6-tert-butyl-4-phe-
nylpyrimidinato)iridium(IIT) (abbreviation: [Ir(tBuppm),
(acac)]) represented by Structural Formula (vi) (the com-
pound (2)) were deposited by co-evaporation to a thickness of
5 nm with a mass ratio of 2mDBTPDBg-1I to PCBA1BP and
[Ir(tBuppm),(acac)] being 0.5:0.5:0.05, so that the second
light-emitting layer 113G was formed; after that, 3,5-bis[3-
(9H-carbazol-9-yl)phenyl|pyridine (abbreviation: 35DCz-
PPy) represented by Structural Formula (vii), 3,3'-bis(9-phe-
nyl-9H-carbazole) (abbreviation: PCCP) represented by
Structural Formula (viii), and tris{2-[5-(2-methylphenyl)-4-
(2,6-dimethylphenyl)-4H-1,2 4-triazol-3-yl-kN2|phenyl-
kC}iridium(III) (abbreviation: [Ir(mpptz-dmp);]) repre-
sented by Structural Formula (ix) (the compound (1)) were
deposited by co-evaporation to a thickness of 30 nm with a
mass ratio of 35DCzPPy to PCCP and [Ir(mpptz-dmp),]
being 0.5:0.5:0.06, so that the first light-emitting layer 113B
was formed.

Note that 2mDBTPDBqg-1I and PCBA1BP form an exci-
plex and 35DCzPPy and PCCP form an exciplex. Further, the
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second light-emitting layer 113G and the third light-emitting
layer 113R have hole-transport properties by containing
2mDBTPDBg-1I, which has an electron-transport property,
and PCBA1BP, which has a hole-transport property, in a ratio
01'0.5:0.5. The first light-emitting layer 113B has an electron-
transport property by containing 35DCzPPy, which has an
electron-transport property, and PCCP, which has a hole-
transport property, in a ratio of 0.5:0.5.

Then, the electron-transport layer 114 was formed over the
light-emitting layer 113 in such a way that a 10-nm-thick film
of 2-[3-(dibenzothiophen-4-yl)phenyl]-1-phenyl-1H-benz-
imidazole (abbreviation: mDBTBIm-II) represented by
Structural formula (x) was formed and a 20-nm-thick film of
bathophenanthroline (abbreviation: BPhen) represented by
Structural Formula (xi) was formed.

After the formation of the electron-transport layer 114,
lithium fluoride (LiF) was deposited by evaporation to a
thickness of 1 nm, so that the electron-injection layer 115 was
formed. At last, aluminum was deposited by evaporationto a
thickness of 200 nm to form the second electrode 102 func-
tioning as a cathode. Thus, the light-emitting element 1 in this
example was fabricated.

Note that in all the above evaporation steps, evaporation
was performed by a resistance-heating method.

(Method for Fabricating Light-Emitting Element 2)

The light-emitting element 2 was fabricated with the same
structure and process as the light-emitting element 1 except
that the second light-emitting layer 113G was formed to a
thickness of 10 nm.

The light-emitting element 1 and the light-emitting ele-
ment 2 were sealed using a glass substrate in a glove box
containing a nitrogen atmosphere so as not to be exposed to
the air (specifically, a sealing material was applied onto an
outer edge of the element and heat treatment was performed
at80° C. for 1 hour at the time of sealing). Then, the reliability
of each of the light-emitting elements was measured. Note
that the measurement was carried out at room temperature (in
an atmosphere kept at 25° C.).

FIG. 17 shows current density-luminance characteristics
of'the light-emitting element 1 and the light-emitting element
2; FIG. 18 shows luminance-current efficiency characteristics
thereof; FIG. 19 shows voltage-luminance characteristics
thereof; FIG. 20 shows luminance-chromaticity characteris-
tics thereof; FIG. 21 shows luminance-power efficiency char-
acteristics thereof; FIG. 22 shows luminance-external quan-
tum efficiency characteristics thereof; and FIG. 23 shows
emission spectra thereof.

It was found that the light-emitting element 1 showed
extremely favorable characteristics of a current efficiency of
47 cd/A, an external quantum efficiency of 22%, and a power
efficiency of 32 Im/W at around 1000 cd/m?, which is a
practical luminance. It was also shown that the emission color
was a warm white color of 2930 K and the general color
rendering index Ra was 91.7 to reveal a favorable color ren-
dering property. The light-emitting element 2 was found to
show extremely high efficiencies of a current efficiency of 52
cd/A, an external quantum efficiency of 22%, and a power
efficiency of 36 Im/W at around 1000 cd/m?, which is a
practical luminance. Further, FIG. 20 reveals that the chro-
maticities of the light-emitting element 1 and the light-emit-
ting element 2 each of which is one embodiment of the
present invention are less dependent on luminance.

Recombination regions of carriers in the light-emitting
element 1 and the light-emitting element 2 are each in the
vicinity of the interface between the first light-emitting layer
113B and the second light-emitting layer 113G owing to the
transport properties of the light-emitting layers; in spite of
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this fact, the third light-emitting layer 113R sufficiently pro-
vided light emission in each of the light-emitting element 1
including the second light-emitting layer 113G with a thick-
ness of 5 nm and the light-emitting element 2 including the
second light-emitting layer 113G with a thickness of 10 nm.
Further, the spectrum clearly indicates light emitted from the
light-emitting substances contained in the first light-emitting
layer 113B to the third light-emitting layer 113R, which
means that effective transfer of excitation energy occurred in
a good balance.

EXAMPLE 2

In this example, a light-emitting element (a light-emitting
element 3) which has a structure different from that in
Example 1 and which is one embodiment of the present
invention is described. In the light-emitting element 3, a com-
pound (4) (bis{2-[5-methyl-6-(2-methylphenyl)-4-pyrimidi-
nyl-kN3Jphenyl-kC }(2,4-pentanedionato-k>0,0"iridium
() (abbreviation: [Ir(mpmppm),(acac)])) which is a
phosphorescent compound exhibiting a yellow emission
color is used instead of [Ir(tBuppm),(acac)] which is used as
the second compound in Example 1. Note that the other
substances used in the light-emitting element 3 are the same
as those used in the light-emitting element 1 and the light-
emitting element 2 in Example 1.

A structural formula of the compound (4) ([Ir(mpmppm),
(acac)]) is shown below. Structural Formulae of the other
compounds are shown in Example 1 and are therefore omitted
here.

[Chemical formula 3]

compound(4)

CH;

(xii) Ir(mpmppm),(acac)

Here, emission wavelengths F(A) of the three kinds of
phosphorescent compounds used in the light-emitting ele-
ment 3, and the relation between the emission wavelengths
F(») and e(\)A* of the compound (3) and the compound (4)
are shown in FIG. 24. In the light-emitting element in this
example, as shown in FIG. 24, the first light-emitting layer
113B contains the compound (1) as the first phosphorescent
compound which provides blue light emission. The second
light-emitting layer 113G contains the compound (4) as the
second phosphorescent compound which emits light with a
wavelength (an emission peak wavelength of 566 nm) longer
than that of the light emitted from the first phosphorescent
compound and which has, within a range 0440 nm to 520 nm
(at 512 nm), the local maximum value A on the longest
wavelength side of the function e(A)A”. The third light-emit-
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ting layer 113R contains the compound (3) as the third phos-
phorescent compound which emits light with a wavelength
longer than that of the light emitted from the second phos-
phorescent compound and which has, within a range of 520
nm to 600 nm (around 542 nm), the local maximum value B
on the longest wavelength side of the function e(A)A*. FIG. 24
also shows that the local maximum value B is larger than the
local maximum value A.

A method for fabricating the light-emitting element 3 in
this example is described below.

(Method for Fabricating Light-Emitting Element 3)

First, a film of indium tin oxide containing silicon oxide
(ITSO) was formed over a glass substrate by a sputtering
method, so that the first electrode 101 was formed. The thick-
ness thereof was 110 nm and the electrode area was 2 mmx2
mm. Here, the first electrode 101 is an electrode that functions
as an anode of the light-emitting element.

Next, as pretreatment for forming the light-emitting ele-
ment over the substrate, UV ozone treatment was performed
for 370 seconds after washing of a surface of the substrate
with water and baking that was performed at 200° C. for one
hour.

After that, the substrate was transferred into a vacuum
evaporation apparatus where the pressure had been reduced to
approximately 10~* Pa, and was subjected to vacuum baking
at 170° C. for 30 minutes in a heating chamber of the vacuum
evaporation apparatus, and then the substrate was cooled
down for about 30 minutes.

Then, the substrate over which the first electrode 101 was
formed was fixed to a substrate holder provided in the vacuum
evaporation apparatus so that the surface on which the first
electrode 101 was formed faced downward. The pressure in
the vacuum evaporation apparatus was reduced to about 10™*
Pa. After that, over the first electrode 101, 4,4'.4"-(benzene-
1,3,5-triyD)tri(dibenzothiophene) (abbreviation: DBT3P-II)
represented by Structural Formula (i) and molybdenum(VI)
oxide were deposited by co-evaporation by an evaporation
method using resistance heating, so that the hole-injection
layer 111 was formed. The thickness of the hole-injection
layer 111 was set to 40 nm, and the weight ratio of DBT3P-I1
to molybdenum oxide was adjusted to 4:2. Note that the
co-evaporation method refers to an evaporation method in
which evaporation is carried out from a plurality of evapora-
tion sources at the same time in one treatment chamber.

Next, a film of 4-phenyl-4'-(9-phenylfluoren-9-yl)triph-
enylamine (abbreviation: BPAFLP) which is represented by
Structural Formula (ii) was formed to a thickness of 20 nm
over the hole-injection layer 111 to form the hole-transport
layer 112.

Further, the light-emitting layer 113 was formed in the
following manner. Over the hole-transport layer 112, 2-[3-
(dibenzothiophen-4-yl)phenyl]dibenzo| f;h]|quinoxaline (ab-
breviation: 2mDBTPDBq-II) represented by Structural For-
mula (ii1), 4-phenyl-4'-(9-phenyl-9H-carbazol-3-yl)
triphenylamine (abbreviation: PCBA1BP) represented by
Structural Formula (iv), and bis(2,3,5-triphenylpyrazinato)
(dipivaloylmethanato)iridium(IIl) (abbreviation: [Ir(tppr),
(dpm)]) represented by Structural Formula (v) (the com-
pound (3)) were deposited by co-evaporation to a thickness of
20 nm with a mass ratio of 2mDBTPDBQg-11to PCBA1BP and
[Ir(tppr),(dpm)] being 0.5:0.5:0.05, so that the third light-
emitting layer 113R was formed; then, 2mDBTPDBg-II,
PCBA1BP, and bis{2-[5-methyl-6-(2-methylphenyl)-4-pyri-
midinyl-kN3 phenyl-kC }(2,4-pentanedionato-A>0,0")iri-
dium(III) (abbreviation: [Ir(mpmppm),(acac)]) represented
by Structural Formula (xii) (the compound (4)) were depos-
ited by co-evaporation to a thickness of 5 nm with a mass ratio
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of 2mDBTPDBg-I1 to PCBA1BP and [Ir(mpmppm),(acac)]
being 0.5:0.5:0.05, so that the second light-emitting layer
113G was formed; after that, 3,5-bis[3-(9H-carbazol-9-yl)
phenyl]pyridine (abbreviation: 35DCzPPy) represented by
Structural Formula (vii), 3,3'-bis(9-phenyl-9H-carbazole)
(abbreviation: PCCP) represented by Structural Formula
(viii), and tris{2-[5-(2-methylphenyl)-4-(2,6-dimethylphe-
nyl)-4H-1,2,4-triazol-3-yl-kN2]phenyl-kC}iridium(I1I) (ab-
breviation: [Ir(mpptz-dmp),]) represented by Structural For-
mula (ix) (the compound (1)) were deposited by
co-evaporation to a thickness of 30 nm with a mass ratio of
35DCzPPy to PCCP and [Ir(mpptz-dmp),] being 0.5:0.5:
0.06, so that the first light-emitting layer 113B was formed.

Note that 2mDBTPDBqg-1I and PCBA1BP form an exci-
plex and 35DCzPPy and PCCP form an exciplex. Further, the
second light-emitting layer 113G and the third light-emitting
layer 113R have hole-transport properties by containing
2mDBTPDBg-1I, which has an electron-transport property,
and PCBA1BP, which has a hole-transport property, in a ratio
01'0.5:0.5. The first light-emitting layer 113B has an electron-
transport property by containing 35DCzPPy, which has an
electron-transport property, and PCCP, which has a hole-
transport property, in a ratio of 0.5:0.5.

Then, the electron-transport layer 114 was formed over the
light-emitting layer 113 in such a way that a 10-nm-thick film
of 2-[3-(dibenzothiophen-4-yl)phenyl]-1-phenyl-1H-benz-
imidazole (abbreviation: mDBTBIm-II) represented by
Structural formula (x) was formed and a 20-nm-thick film of
bathophenanthroline (abbreviation: BPhen) represented by
Structural Formula (xi) was formed.

After the formation of the electron-transport layer 114,
lithium fluoride (LiF) was deposited by evaporation to a
thickness of 1 nm, so that the electron-injection layer 115 was
formed. At last, aluminum was deposited by evaporation to a
thickness of 200 nm to form the second electrode 102 func-
tioning as a cathode. Thus, the light-emitting element 3 in this
example was fabricated.

Note that in all the above evaporation steps, evaporation
was performed by a resistance-heating method.

The light-emitting element 3 was sealed using a glass sub-
strate in a glove box containing a nitrogen atmosphere so as
not to be exposed to the air (specifically, a sealing material
was applied onto an outer edge of the element and heat treat-
ment was performed at 80° C. for 1 hour at the time of
sealing). Then, the reliability of the light-emitting elements
was measured. Note that the measurement was carried out at
room temperature (in an atmosphere kept at 25° C.).

FIG. 25 shows current density-luminance characteristics
of the light-emitting element 3; FIG. 26 shows luminance-
current efficiency characteristics thereof; FIG. 27 shows volt-
age-luminance characteristics thereof; FIG. 28 shows lumi-
nance-chromaticity characteristics thereof; FIG. 29 shows
luminance-power efficiency characteristics thereof; FIG. 30
shows luminance-external quantum efficiency characteristics
thereof; and FIG. 31 shows an emission spectrum thereof.

It was found that the light-emitting element 3 showed
extremely favorable characteristics of a current efficiency of
48 cd/A, an external quantum efficiency of 23%, and a power
efficiency of 32 Im/W at around 1000 cd/m?, which is a
practical luminance. It was also shown that the emission color
was a white color of 3860 K and the general color rendering
index Ra was 85.1 to reveal a favorable color rendering prop-
erty. Further, FIG. 20 reveals that the chromaticity of the
light-emitting element 3 that is one embodiment of the
present invention is less dependent on luminance.

A recombination region of carriers in the light-emitting
element 3 is in the vicinity of the interface between the first
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light-emitting layer 113B and the second light-emitting layer
113G owing to the transport properties of the light-emitting
layers; in spite of this fact, the third light-emitting layer 113R
sufficiently provided light emission. Further, the spectrum
clearly indicates light emitted from the light-emitting sub-
stances contained in the first light-emitting layer 113B to the
third light-emitting layer 113R, which means that effective
transfer of excitation energy occurred in a good balance in the
light-emitting element 3.

EXAMPLE 3

In this example, a light-emitting element 4 which has a
structure different from the structures in Examples 1 and 2
and which is one embodiment of the present invention is
described. In the light-emitting element 4, 4,4'-di(1-naph-
thyl)-4"-(9-phenyl-9H-carbazol-3-yl)triphenylamine (abbre-
viation: PCBNBB) represented by Structural Formula (xiii) is
used instead of BPAFLP and PCBA1BP which are used in the
light-emitting elements in Example 1; and 2-[3'-(diben-
zothiophen-4-yl)biphenyl-3-yl]dibenzo[f,h]quinoxaline (ab-
breviation: 2mDBTBPDBqg-1I) represented by Structural
Formula (xiv) was used instead of part of 35DCzPPy and
2mDBTPDBg-II which are used in the light-emitting ele-
ments in Example 1. Note that the phosphorescent com-
pounds contained in the light-emitting layers are similar to
those in Example 1; thus, the relations between the emission
wavelengths (F(A)) and e(A)A* are similar to those described
in Example 1.

Structural Formulae of PCBNBB and 2mDBTBPDBg-11
are shown below. The other compounds are the same as those
used in Example 1 and structural formulae thereof are thus
omitted here. Example 1 should be referred to.

[Chemical formula 4]

(xiii)

008
Cl

e

PCBNBB

15

20

25

30

35

40

45

65

44

-continued

(xiv)

2mDBTBPDBg-II

A method for fabricating the light-emitting element 4 in
this example is described below.

(Method for Fabricating Light-Emitting Element 4)

First, a film of indium tin oxide containing silicon oxide
(ITSO) was formed over a glass substrate by a sputtering
method, so that the first electrode 101 was formed. The thick-
ness thereof was 110 nm and the electrode area was 2 mmx2
mm Here, the first electrode 101 is an electrode that functions
as an anode of the light-emitting element.

Next, as pretreatment for forming the light-emitting ele-
ment over the substrate, UV ozone treatment was performed
for 370 seconds after washing of a surface of the substrate
with water and baking that was performed at 200° C. for one
hour.

After that, the substrate was transferred into a vacuum
evaporation apparatus where the pressure had been reduced to
approximately 10~ Pa, and was subjected to vacuum baking
at 170° C. for 30 minutes in a heating chamber of the vacuum
evaporation apparatus, and then the substrate was cooled
down for about 30 minutes.

Then, the substrate over which the first electrode 101 was
formed was fixed to a substrate holder provided in the vacuum
evaporation apparatus so that the surface on which the first
electrode 101 was formed faced downward. The pressure in
the vacuum evaporation apparatus was reduced to about 10~*
Pa. After that, over the first electrode 101, 4,4',4"-(benzene-
1,3,5-triyDtri(dibenzothiophene) (abbreviation: DBT3P-II)
represented by Structural Formula (i) and molybdenum(VI)
oxide were deposited by co-evaporation by an evaporation
method using resistance heating, so that the hole-injection
layer 111 was formed. The thickness of the hole-injection
layer 111 was set to 40 nm, and the weight ratio of DBT3P-I1
to molybdenum oxide was adjusted to 4:2. Note that the
co-evaporation method refers to an evaporation method in
which evaporation is carried out from a plurality of evapora-
tion sources at the same time in one treatment chamber.

Next, a film of PCBNBB was formed to a thickness of 20
nm over the hole-injection layer 111 to form the hole-trans-
port layer 112.

Further, the light-emitting layer 113 was formed in the
following manner. Over the hole-transport layer 112,
2mDBTBPDBg-II, PCBNBB, and [Ir(tppr),(dpm)] were
deposited by co-evaporation to a thickness of 10 nm with a
mass ratio of 2mDBTBPDBqg-II to PCBNBB and [Ir(tppr),
(dpm)] being 0.5:0.5:0.05, so that the third light-emitting
layer 113R was formed; then, 2mDBTBPDBg-11, PCBNBB,
and [Ir(tBuppm),(acac)] were deposited by co-evaporation to
a thickness of 10 nm with a mass ratio of 2mDBTBPDBg-11
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to PCBNBB and [Ir(tBuppm),(acac)] being 0.5:0.5:0.05, so
that the second light-emitting layer 113G was formed; after
that, 35DCzPPy, PCCP, and [Ir(mpptz-dmp),| were depos-
ited by co-evaporation to a thickness of 30 nm with a mass
ratio of 35DCzPPy to PCCP and [Ir(mpptz-dmp),]| being
0.7:0.3:0.06, so that the first light-emitting layer 113B was
formed.

Note that 2mDBTBPDBg-II and PCBNBB form an exci-
plex and 35DCzPPy and PCCP form an exciplex. Further, the
second light-emitting layer 113G and the third light-emitting
layer 113R have hole-transport properties by containing
2mDBTBPDBQg-II, which has an electron-transport property,
and PCBNBB, which has a hole-transport property, in a ratio
01'0.5:0.5. The first light-emitting layer 113B has an electron-
transport property by containing 35DCzPPy, which has an
electron-transport property, and PCCP, which has a hole-
transport property, in a ratio of 0.5:0.5.

Then, the electron-transport layer 114 was formed over the
light-emitting layer 113 in such a way that a 10-nm-thick film
of 35DCzPPy was formed and a 20-nm-thick film of BPhen
was formed.

After the formation of the electron-transport layer 114,
lithium fluoride (LiF) was deposited by evaporation to a
thickness of 1 nm, so that the electron-injection layer 115 was
formed. At last, aluminum was deposited by evaporationto a
thickness of 200 nm to form the second electrode 102 func-
tioning as a cathode. Thus, the light-emitting element 4 in this
example was fabricated.

Note that in all the above evaporation steps, evaporation
was performed by a resistance-heating method.

The light-emitting element 4 was sealed using a glass sub-
strate in a glove box containing a nitrogen atmosphere so as
not to be exposed to the air (specifically, a sealing material
was applied onto an outer edge of the element and heat treat-
ment was performed at 80° C. for 1 hour at the time of
sealing). Then, the reliability of the light-emitting elements
was measured. Note that the measurement was carried out at
room temperature (in an atmosphere kept at 25° C.).

FIG. 32 shows current density-luminance characteristics
of the light-emitting element 4; FIG. 33 shows luminance-
current efficiency characteristics thereof; FIG. 34 shows volt-
age-luminance characteristics thereof; FIG. 35 shows lumi-
nance-chromaticity characteristics thereof; FIG. 36 shows
luminance-power efficiency characteristics thereof; FIG. 37
shows luminance-external quantum efficiency characteristics
thereof; and FIG. 38 shows an emission spectrum thereof.

It was found that the light-emitting element 4 showed
favorable characteristics of a current efficiency of 39 cd/A, an
external quantum efficiency 0f 21%, and a power efficiency of
29 Im/W at around 1000 cd/m?, which is a practical lumi-
nance. [t was also shown that the light had a color 0f 2260 K
and the general color rendering index Ra was 93.4 to reveal a
favorable color rendering property.

A recombination region of carriers in the light-emitting
element 4 is in the vicinity of the interface between the first
light-emitting layer 113B and the second light-emitting layer
113G owing to the transport properties of the light-emitting
layers; in spite of this fact, the third light-emitting layer 113R
sufficiently provided light emission. Further, the spectrum
clearly indicates light emitted from the light-emitting sub-
stances contained in the first light-emitting layer 113B to the
third light-emitting layer 113R, which means that effective
transfer of excitation energy occurred in a good balance.

A reliability test was conducted. In the reliability test, a
change in luminance with driving time was measured with an
initial luminance taken as 100% under the conditions where
the initial luminance was 3000 cd/m? and the current density
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was constant. The measurement result is shown in FIG. 39.
From the graph, it was found that despite the fact that all the
light-emitting layers emit phosphorescence, i.e., the light-
emitting element 4 is what is called an all-phosphorescent
element, 65% of the initial luminance was kept even after 440
hours elapsed, which means that the light-emitting element 4
that is one embodiment of the present invention also has high
durability as an element.

REFERENCE EXAMPLE 1

A synthesis method of tris{2-[5-(2-methylphenyl)-4-(2,6-
dimethylphenyl)-4H-1,2.4-triazol-3-yl-k N2 |phenyl-
KCl}iridium(III) (abbreviation: [Ir(mpptz-dmp),]), which is
the organometallic complex used in the above embodiment, is
described. A structure of [Ir(mpptz-dmp);] (abbreviation) is
shown below.

[Chemical formula 5]

Ir(mpptz-dmp);

CH;

CH;

Step 1: Synthesis of 3-(2-Methylphenyl)-4-(2,6-dim-
ethylphenyl)-5-phenyl-4H-1,2,4-triazole (abbrevia-
tion: Hmpptz-dmp)

First, 12.6 g (43.3 mmol) of N-[1-chloro-1-(2-methylphe-
nyl)methylidene]-N'-[1-chloro-(1-phenyl)methylidene|hy-
drazine, 15.7 g (134.5 mmol) of 2,6-dimethylaniline, and 100
ml of N,N-dimethylaniline were put into a 500-ml recovery
flask and heated and stirred at 120° C. for 20 hours. After
reaction for the predetermined time, this reacted solution was
slowly added to 200 ml of 1IN hydrochloric acid. Dichlo-
romethane was added to this solution and an objective sub-
stance was extracted to an organic layer. The obtained organic
layer was washed with water and an aqueous solution of
sodium hydrogen carbonate, and was dried with magnesium
sulfate. The magnesium sulfate was removed by gravity fil-
tration, and the obtained filtrate was concentrated to give a
black liquid. This liquid was purified by silica gel column
chromatography. A mixed solvent of ethyl acetate and hexane
in a ratio of 1:5 was used as a developing solvent. The
obtained fraction was concentrated to give a white solid. This
solid was recrystallized with ethyl acetate to give 4.5 g ofa
white solid of Hmpptz-dmp in a yield of 31%. A synthesis
scheme of Step 1 is shown below.
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[Chemical formula 6]
CHj3

NH,

CH;
—_—_—

N,N-dimethylaniline

CH;

CH;

Hmpptz-dmp

Step 2: Synthesis of Tris{2-[5-(2-methylphenyl)-4-
(2,6-dimethylphenyl)-4H-1,2 4-triazol-3-yl-kN2]|
phenyl-kC}iridium(IIT) (abbreviation: Ir(mpptz-

dmp),)

Then, 2.5 g (7.4 mmol) of Hmpptz-dmp, which was the
ligand obtained in Step 1, and 0.7 g (1.5 mmol) of tris(acety-
lacetonato)iridium(III) were put into a container for high-
temperature heating, and degasification was carried out. The
mixture in the reaction container was heated and stirred at
250° C. for 48 hours under Ar flow. After reaction for the
predetermined time, the obtained solid was washed with
dichloromethane, and an insoluble green solid was obtained
by suction filtration. This solid was dissolved in toluene and
filtered through a stack of alumina and Celite. The obtained
fraction was concentrated to give a green solid. This solid was
recrystallized with toluene, so that 0.8 g of a green powder of
[Ir(mpptz-dmp),] (abbreviation), which is the phosphores-
cent organometallic iridium complex, was obtained in a yield
ot 45%. A synthesis scheme of Step 2 is shown below.

[Chemical formula 7]

CH;
N \N +
3 CH; /
—N
CH;z
Hmpptz-dmp
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-continued

H;C

(@]

( Ir — =

(@]

H;C
3
CH;
CH;

Ir(mpptz-dmp);

An analysis result by nuclear magnetic resonance (‘H-
NMR) spectroscopy of the green powder obtained in Step 2 is
described below. The result revealed that the organometallic
complex Ir(mpptz-dmp), (abbreviation) was obtained by the
synthesis method.

'H-NMR. 8(toluene-d8): 1.82 (s, 3H), 1.90 (s, 3H), 2.64 (s,
3H), 6.56-6.62 (m, 3H), 6.67-6.75 (m, 3H), 6.82-6.88 (m,
1H), 6.91-6.97 (1, 1H), 7.00-7.12 (m, 2H), 7.63-7.67 (d, 1H).

REFERENCE EXAMPLE 2
A synthesis example of the organometallic complex
(acetylacetonato)bis(6-tert-butyl-4-phenylpyrimidinato)iri-
dium(III) (another name: bis[2-(6-tert-butyl-4-pyrimidinyl-
kN3)phenyl-kC](2,4-pentanedionato-1c2Q,0"iridium(111))
(abbreviation: [Ir(tBuppm),(acac)]), which is used in the

above embodiment, is described. The structure of [Ir
(tBuppm),(acac)] is shown below.

[Chemical formula 8]

Ir(tBuppm);(acac)

CH;

)

CH;

H;C

Step 1: Synthesis of
4-tent-Butyl-6-phenylpyrimidine (abbreviation:
HtBuppm)

First, 22.5 g of 4,4-dimethyl-1-phenylpentane-1,3-dione
and 50 g of formamide were put into a recovery flask
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equipped with a reflux pipe, and the air in the flask was
replaced with nitrogen. This reaction container was heated, so
that the reacted solution was refluxed for 5 hours. After that,
this solution was poured into an aqueous solution of sodium
hydroxide, and an organic layer was extracted with dichlo-
romethane. The obtained organic layer was washed with
water and saturated saline, and dried with magnesium sulfate.
The solution after drying was filtered. The solvent of this
solution was distilled off, and then the obtained residue was
purified by silica gel column chromatography using hexane
and ethyl acetate as a developing solvent in a volume ratio of
10:1, so that a pyrimidine derivative HtBuppm (colorless oily
substance, yield of 14%) was obtained. A synthesis scheme of
Step 1 is shown below.

[Chemical formula 9]

HCONH,
—_—

Z SN
HaC J
x
N

H;C H;C

CH; CH;

HtBuppm

Step 2: Synthesis of Di-ui-chloro-bis| bis(6-tert-butyl-
4-phenylpyrimidinato)iridium(III)] (abbreviation:
[Ir(tBuppm),Cl],)

Next, 15 mL of 2-ethoxyethanol, 5 mL of water, 1.49 g of
HtBuppm obtained in Step 1, and 1.04 g of iridium chloride
hydrate (IrCl;xH,O) were put into a recovery flask equipped
with a reflux pipe, and the air in the flask was replaced with
argon. After that, irradiation with microwaves (2.45 GHz, 100
W) was performed for 1 hour to cause a reaction. The solvent
was distilled off, and then the obtained residue was suction-
filtered and washed with ethanol, so that a dinuclear complex
[Ir(tBuppm),Cl], (yellow green powder, yield of 73%) was
obtained. A synthesis scheme of Step 2 is shown below.

[Chemical formula 10]

Z N

ILCI L0 + 4 HC |
™
N

H;C

_—

2-ethoxyethanol/H,O

CH;
HtBuppm
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-continued

[Ir(tBuppm),Cl],

Step 3: Synthesis of (Acetylacetonato)bis(6-tert-
butyl-4-phenylpyrimidinato)iridium(III) (abbrevia-
tion: [Ir(tBuppm),(acac)])

Further, 40 mL of 2-ethoxyethanol, 1.61 g of the dinuclear
complex [Ir(tBuppm),Cl], obtained in Step 2,0.36 gofacety-
lacetone, and 1.27 g of sodium carbonate were put into a
recovery flask equipped with a reflux pipe, and the air in the
flask was replaced with argon. After that, irradiation with
microwaves (2.45 GHz, 120 W) was performed for 60 min-
utes to cause a reaction. The solvent was distilled off, and the
obtained residue was suction-filtered with ethanol and
washed with water and ethanol. This solid was dissolved in
dichloromethane, and the mixture was filtered through a filter
aid in which Celite (produced by Wako Pure Chemical Indus-
tries, Ltd., Catalog No. 531-16855), alumina, and Celite were
stacked in this order. The solvent was distilled off, and the
obtained solid was recrystallized with a mixed solvent of
dichloromethane and hexane, so that the objective substance
was obtained as yellow powder (yield of 68%). A synthesis
scheme of Step 3 is shown below.

[Chemical formula 11]

Ir(tBuppm),Cl]>

CH;
e}
Na,CO3
2 _—
2-ethoxyethanol
e}
CH;
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-continued

H;C

H;C

Ir(tBuppm),(acac)

An analysis result by nuclear magnetic resonance (‘H
NMR) spectroscopy of the yellow powder obtained in Step 3
is described below. The result revealed that the organometal-
lic complex Ir(tBuppm),(acac) was obtained.

'H NMR. § (CDCl,): 1.50 (s, 18H), 1.79 (s, 6H), 5.26 (5,
1H), 6.33 (d, 2H), 6.77 (t, 2H), 6.85 (t, 2H), 7.70 (d, 2H), 7.76
(s, 2H), 9.02 (s, 2H).

Reference Numerals

10: electrode, 11: electrode, 101: first electrode, 102: sec-
ond electrode, 103: EL layer, 111: hole-injection layer, 112:
hole-transport layer, 113: light-emitting layer, 113B: first
light-emitting layer, 113Bd: first phosphorescent compound,
113Bh: first host material, 113G: second light-emitting layer,
113Gd: second phosphorescent compound, 113Gh: second
host material, 113R: third light-emitting layer, 113Rd: third
phosphorescent compound, 113Rh: third host material,
113ex: recombination region, 114: electron-transport layer,
115: electron-injection layer, 400: substrate, 401: first elec-
trode, 402: auxiliary electrode, 403: EL layer, 404: second
electrode, 405: sealing material, 406: sealing material, 407:
sealing substrate, 412: pad, 420: IC chip, 601: driver circuit
portion (source line driver circuit), 602: pixel portion, 603:
driver circuit portion (gate line driver circuit), 604: sealing
substrate, 605: sealing material, 607: space, 608: wiring, 609:
FPC (flexible printed circuit), 610: element substrate, 611:
switching TFT, 612: current controlling TFT, 613: first elec-
trode, 614: insulator, 616: EL layer, 617: second electrode,
618: light-emitting element, 623: n-channel TFT, 624:
p-channel TFT, 625: drying agent, 901: housing, 902: liquid
crystal layer, 903: backlight unit, 904: housing, 905: driver
IC, 906: terminal, 951: substrate, 952: electrode, 953: insu-
lating layer, 954: partition layer, 955: EL layer, 956: elec-
trode, 1001: substrate, 1002: base insulating film, 1003: gate
insulating film, 1006: gate electrode, 1007: gate electrode,
1008: gate electrode, 1020: first interlayer insulating film,
1021: second interlayer insulating film, 1022: electrode,
1024W: first electrode of a light-emitting element, 1024R:
first electrode of a light-emitting element, 1024G: first elec-
trode of a light-emitting element, 1024B: first electrode of a
light-emitting element, 1025: partition wall, 1028: layer con-
taining an organic compound, 1029: second electrode of a
light-emitting element, 1031: sealing substrate, 1032: seal-
ant, 1033: transparent base material, 1034R: red coloring
layer, 1034G: green coloring layer, 1034B: blue coloring
layer, 1035: black layer (black matrix), 1036: overcoat layer,
1037: third interlayer insulating film, 1040: pixel portion,
1041: driver circuit portion, 1042: peripheral portion,
1044W: white light-emitting region, 1044R: red light-emit-
ting region, 1044B: blue light-emitting region, 1044G: green
light-emitting region, 2001: housing, 2002: light source,
3001: lighting device, 3002: display device, 5000: display,
5001: display, 5002: display, 5003: display, 5004: display,
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5005: display, 7101: housing, 7103: display portion, 7105:
stand, 7107: display portion, 7109: operation key, 7110:
remote controller, 7201: main body, 7202: housing, 7203:
display portion, 7204: keyboard, 7205: external connection
port, 7206: pointing device, 7210: second display portion,
7301: housing, 7302: housing, 7303: joint portion, 7304:
display portion, 7305: display portion, 7306: speaker portion,
7307: recording medium insertion portion, 7308: LED lamp,
7309: operation key, 7310: connection terminal, 7311: sensor,
7400: mobile phone, 7401: housing, 7402: display portion,
7403: operation button, 7404: external connection port, 7405:
speaker, 7406: microphone, 9033: clasp, 9034: switch, 9035:
power switch, 9036: switch, 9038: operation switch, 9630:
housing, 9631: display portion, 9631a: display portion,
96315: display portion, 9632a: touchscreen region, 96325:
touchscreen region, 9633: solar cell, 9634: charge and dis-
charge control circuit, 9635: battery, 9636: DC-to-DC con-
verter, 9637: operation key, 9638: converter, and 9639: but-
ton.

This application is based on Japanese Patent Application
serial no. 2012-057241 filed with Japan Patent Office on Mar.
14,2012, the entire contents of which are hereby incorporated
by reference.

What is claimed is:

1. A light-emitting element comprising:

a first phosphorescent compound;

a second phosphorescent compound; and

a third phosphorescent compound,

wherein the first phosphorescent compound emits blue

light,

wherein e(AA* of the second phosphorescent compound

has a peak within a wavelength range of 440 nm to 520
nm,

wherein a peak wavelength of the second phosphorescent

compound is longer than a peak wavelength of the first
phosphorescent compound,
wherein e(AMA* of the third phosphorescent compound has
a peak within a wavelength range of 520 nm to 600 nm,

wherein a peak wavelength of the third phosphorescent
compound is longer than the peak wavelength of the
second phosphorescent compound,

wherein A denotes a wavelength, and

wherein e().) denotes a molar absorption coefficient at the

wavelength A.

2. The light-emitting element according to claim 1,
wherein the peak of e(A)A* of the third phosphorescent com-
pound is higher than the peak of e(A)A* of the second phos-
phorescent compound.

3. A lighting device comprising the light-emitting element
according to claim 1.

4. A light-emitting device comprising:

the light-emitting element according to claim 1; and

a means for controlling the light-emitting element.

5. A display device comprising:

the light-emitting element according to claim 1 in a display

portion; and
a means for controlling the light-emitting element.
6. An electronic device comprising the light-emitting ele-
ment according to claim 1.
7. The light-emitting element according to claim 1,
wherein the first phosphorescent compound has the peak
wavelength within a range of 440 nm to 520 nm,

wherein the second phosphorescent compound has the
peak wavelength within a range of 520 nm to 600 nm,
and

wherein the third phosphorescent compound has the peak

wavelength within a range of 600 nm to 700 nm.
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8. A light-emitting element comprising:

a first phosphorescent compound;

a second phosphorescent compound; and

a third phosphorescent compound,

wherein the first phosphorescent compound emits blue
light,

wherein energy transfer from the first phosphorescent
compound to the second phosphorescent compound
occurs by utilizing overlap between a photolumines-
cence spectrum of the first phosphorescent compound
and e(M)A* of the second phosphorescent compound
within a wavelength range of 440 nm to 520 nm,

wherein a peak wavelength of the second phosphorescent
compound is longer than a peak wavelength of the first
phosphorescent compound,

wherein energy transfer from the second phosphorescent
compound to the third phosphorescent compound
occurs by utilizing overlap between a photolumines-
cence spectrum of the second phosphorescent com-
pound and e(A)A* of the third phosphorescent compound
within a wavelength range of 520 nm to 600 nm,

wherein a peak wavelength of the third phosphorescent
compound is longer than the peak wavelength of the
second phosphorescent compound,

wherein A, denotes a wavelength, and

wherein €(A) denotes a molar absorption coefficient at the
wavelength A.

9. A lighting device comprising the light-emitting element

according to claim 8.

10. A light-emitting device comprising:

the light-emitting element according to claim 8; and

a means for controlling the light-emitting element.

11. A display device comprising:

the light-emitting element according to claim 8 in a display
portion; and

a means for controlling the light-emitting element.

12. An electronic device comprising the light-emitting ele-

ment according to claim 8.

13. A light-emitting element comprising:

a first electrode;

a first light-emitting layer over the first electrode compris-
ing:
a first compound; and
a first host material;

a second light-emitting layer over the first light-emitting
layer comprising:
a second compound; and
a second host material;

a third light-emitting layer over the second light-emitting
layer comprising:
a third compound; and
a third host material; and

a second electrode over the third light-emitting layer,

wherein the first compound emits blue light,

wherein e(A)A” of the second compound has a peak within
a wavelength range of 440 nm to 520 nm,

wherein a peak wavelength of the second compound is
longer than a peak wavelength of the first compound,

wherein e(AA* of the third compound has a peak within a
wavelength range of 520 nm to 600 nm,

wherein a peak wavelength the third compound is longer
than the peak wavelength of the second compound,

wherein A denotes a wavelength, and

wherein €(A) denotes a molar absorption coefficient at the
wavelength A.
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14. The light-emitting element according to claim 13,
wherein the first compound has the peak wavelength within
a range of 440 nm to 520 nm,

wherein the second compound has the peak wavelength

within a range of 520 rim to 600 nm, and

wherein the third compound has the peak wavelength

within a range of 600 nm to 700 nm.

15. The light-emitting element according to claim 13,

wherein the first compound, the second compound, and the

third compound are phosphorescent compounds.

16. The light-emitting element according to claim 13,
wherein the peak of e(A)A* of the third compound is higher
than the peak of e(\)A* of the second compound.

17. A lighting device comprising the light-emitting ele-
ment according to claim 13.

18. A light-emitting device comprising:

the light-emitting element according to claim 13; and

a means for controlling the light-emitting element.

19. A display device comprising:

the light-emitting element according to claim 13 in a dis-

play portion; and

a means for controlling the light-emitting element.

20. An electronic device comprising the light-emitting ele-
ment according to claim 13.

21. A light-emitting element comprising:

a first electrode;

a first light-emitting layer over the first electrode compris-

ing:
a first compound; and
a first host material;
a second light-emitting layer over the first light-emitting
layer comprising:
a second compound; and
a second host material;
a third light-emitting layer over the second light-emitting
layer comprising:
a third compound; and
a third host material; and

a second electrode over the third light-emitting layer,

wherein the first compound emits blue light,

wherein a longest-wavelength-side peak of a function e().)

A* of the second compound overlaps with an emission
spectrum F(A) of the first compound,

wherein a peak wavelength of the second compound is

longer than a peak wavelength of the first compound,

wherein a longest-wavelength-side peak of a function e().)

A* of the third compound overlaps with an emission
spectrum F(}) of the second compound,

wherein a peak wavelength the third compound is longer

than the peak wavelength of the second compound,
wherein A denotes a wavelength, and

wherein e().) denotes a molar absorption coefficient at the

wavelength A.
22. The light-emitting element according to claim 21,
wherein the first compound has the peak wavelength within
a range of 440 nm to 520 nm,

wherein the second compound has the peak wavelength

within a range of 520 nm to 600 nm, and

wherein the third compound has the peak wavelength

within a range of 600 nm to 700 nm.

23. The light-emitting element according to claim 21,

wherein the first compound, the second compound, and the

third compound are phosphorescent compounds.

24. The light-emitting element according to claim 21,
wherein the peak of e(A)A* of the third compound is higher
than the peak of e(\)A* of the second compound.
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25. A lighting device comprising the light-emitting ele-
ment according to claim 21.

26. A light-emitting device comprising:

the light-emitting element according to claim 21; and

a means for controlling the light-emitting element. 5

27. A display device comprising:

the light-emitting element according to claim 21 in a dis-

play portion; and

a means for controlling the light-emitting element.

28. An electronic device comprising the light-emitting ele- 10
ment according to claim 21.

#* #* #* #* #*
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INVENTORC(S) : Shunpei Yamazaki et al.

It is certified that error appears in the above-identified patent and that said Letters Patent is hereby corrected as shown below:

In the Specification:

Column 6, Line 15; Change “0.12x0.25” to --0.12 <x <0.25--.

Column 7, Line 16; Change “layer 113E” to --layer 113G,--.

Column 8, Line 28; Change “‘v denotes a frequency, F(v)” to --v denotes a frequency, F( v )--.
Column &, Line 32; Change “(v)” to --( v )--.

Column 10, Line 54; Change “F(v)” to --F( v )--.

Column 10, Line 56; Change “(v)” to --( v )--.

Column 10, Line 57; Change “F(v)” to --F( v )--.

Column 10, Line 59; Change “(v)” to --( v )--.

Column 10, Line 60; Change “of F(v) and C(v)” to --of F( v ) and O( v )--.
Column 10, Line 66; Change “v=c/L” to --v =¢/A--.

Column 13, Line 61; Change “[M™ ¢cm'].” to --[M™" cm™'].--.

Column 20, Lines 31 to 32; Change “2mDBTBIm-II);” to --mDBTB1m-11);--.
Column 21, Line 17; Change “phenyl}phenyl]” to --phenyl]phenyl} --.
Column 26, Line 14; Change “10246 and” to --1024G, and--.

Column 26, Line 19; Change “1034E and” to --1034G, and--.

Column 26, Line 36; Change “fanned” to --formed--.

Column 27, Line 21; Change “1034G and” to --1034G, and--.

Column 28, Line 16; Change “fanned” to --formed--.

Column 34, Line 36; Change “switch,” to --switch--.

Column 34, Line 64; Change “1136.” to --113G,--.

Signed and Sealed this
Nineteenth Day of April, 2016

Decbatle X Loa

Michelle K. Lee
Director of the United States Patent and Trademark Office
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In the Specification:

Column 37, Lines 37 to 46;

to - mDBTBIm-II

Column 38, Line 39; Change “(1I1),” to --(iii),--.
Column 38, Line 41; Change “(Iv),” to --(iv),--.
Column 44, Line 27; Change “mm Here,” to --mm. Here,--.

Column 48, Line 63; Change “4-tent-Butyl” to --4-tert-Butyl--.

In the Claims:

Column 54, Line 5, Claim 14; Change “520 rim” to --520 nm--.



